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Femtosecond time-resolved optical spectroscopy was used to systematically study photoexcited carrier re
laxation dynamics in the intermediate-valence heavy-fermion system Yb1_xLuxAl3 (0 oSx oS I). Given the dem
onstrated sensitivity of this experimental technique to the presence of the low-energy gaps in the charge 
excitation spectrum, the aim of this work was to study the effect of dilution of the Kondo lattice on its 
low-energy electronic structure. The results imply that in Yb 1_xLuxAl3 the hybridization gap, resulting from 
hybridization of local moments and conduction electrons, persists up to 30% doping. Interestingly, below some 
characteristic, doping dependent temperature T"(x) the relaxation-time divergence, governed by the relaxation 
bottleneck due to the presence of the indirect hybridization gap, is truncated. This observation is attributed to 
the competing ballistic transport of hot electrons out of the probed volume at low temperatures. The derived 
theoretical model accounts for both the functional form of relaxation dynamics below T'(x), as well as the 
doping dependence of the low-temperature relaxation rate in Yb J._xLuxAI3. 

I. INTRODUCTION 

A reasonable understanding of the Kondo problem was 
achieved in the case of isolated Kondo impurities by the 
Anderson impurity model (AIM). Despite the fact that many 
heavy electron systems are stoichiometric with a local mo
ment in each unit cell, many of their physical properties can 
be well accounted for by the AIM. On the other hand, some 
low-temperature properties such as optical conductivity are 
fundamentally different than those expected of the AIM. 
These are consistent with the renOlmalized band behavior, 
captured by the Anderson lattice model. Here hybridization 
of local moments and conduction electrons leads to the pres
ence of the hybridization gap (HG) in the vicinity of the 
Fermi level,I-3 where in heavy fermions the Fermi level lies 
close to the edge of the lower hybridized band.4,5 

Recent experiments on the photoexcited carrier relaxation 
dynamics in several heavy electron compounds have shown 
that the relaxation of the electronic system back to equilib
rium is extremely sensitive to the underlying low-energy 
electronic structure and strongly depends on the temperature 
(T) and excitation level.4-8 It has been shown, that the bottle
neck in carrier relaxation is governed by the presence of the 
HG near the Fermi level.4,5 Both T and excitation density 
dependence of the relaxation process can be well accounted 
for by the phenomenological Rothwarf-Taylor (RT) 
model,5,9-11 which was originally developed to describe the 
relaxation in superconductors driven out of equilibriumy-ll 
We should note that the alternative model presented in Refs. 
6 and 7 is essentially also a bottleneck model. Here the en
ergy and momentum conservation law leads to the suppres
sion of electron-phonon (e-ph) scattering near Ef in the case 
of sound velocity exceeding the Fermi velocity. This sup
pression of e-ph scattering near Ef effectively acts as a gap in 

the density of states (DOS), However, since the temperature 
and excitation dependence of the relaxation dynamics in a 
Kondo insulator 5mB6 is nearly identical to that of heavy
fermion systems,4,5 it was naturally to assume that the origin 
of the bottleneck in the entire class of materials was in the 
presence of the indirect hybridization gap.4,5 

[n this paper we report first systematic studies of photo
excited carrier relaxation dynamics in an intermediate
valence system Yb l_xLuxAI3. In Yb l_xLuxAl3 concentration 
of local f moments can be continuously varied between I 
(YbAI3 is a heavy fermion with the Kondo temperature of 
600-700 K) and 0 by replacing Yb with openf-shell with Lu 
with closed f shell (LuAI3 is a normal metal), Dilution by 
doping with nonmagnetic ions should give rise to the disap
pearance of the long-range order, and the associated HG at 
some critical doping. Moreover, in YbAI3 the low
temperature anomalies observed in susceptibility and specific 
heat suggest the presence of a second energy scale of the 
order of 40 K. 12 The observed anomalies are quickly sup
pressed by doping 13 suggesting that this energy scale is re
lated to the onset of Fermi-liquid coherence. 12,13 Using opti
cal pump-probe spectroscopy in the low perturbation regime 
we show that at high T and doping levels 0~c;xs:0.3 the 
relaxation rate decreases with decreasing T much like in 
other heavy electron systems studied so far,4-6 This behavior 
is consistent with the relaxation bottleneck due to the pres
ence of the HG.4 The HG does not change significantly in the 
doping range 0::; x:oS 0.3, and the disappearance of the long
range order appears near x '''' 0.4. 

At some characteristic doping dependent temperature 
r(x), the slowing down of relaxation is truncated and the 
relaxation rate becomes constant below T'. This behavior is 
explained by the competition between the relaxation across 
the HG and the ballistic electron transport, when at low T the 
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FIG. I. (Col or online) Photoinduced reflectivity traces in (a) 
YbAI) at selected temperatures and in (b) YbO.95Luo.05AI) from 
6- 280 K (in 6 K steps between 6- 140 K and 10 K steps from 
140- 280 K) . 

electron mean-free path l becomes larger than the optical 
penetration depth A. We derived the theoretical model that 
describes the functional form of relaxation for such a case 
and discuss the striking doping dependence of the low
temperature relaxation rate. 

n. EXPERIMENTAL 

The experiments were performed in the standard pump
probe eonligunltion using a mode-locked Ti:sapphire laser as 
the source for both photoexcitation and probe-laser-pulse 
trains. The pump and probe pulses had a duration of < 20 fs 
at the center wavelength of 800 nm. The experiments were 
performed in the very weak excitation regime with the exci
tation fluence of F = O.4 ,uJ/cm2. 14 From the literature 
values tS of the complex conductivity at 1.5 eV we estimated 
the corresponding absorbed energy densities to be 
= 90 mJ/cm3 in YbAI3. Based on the known values of the 
Sommerfeld constant we estimated the corresponding in
crease in the electronic temperature after excitation to be less 
than 10 K over the entire T range implying that the dynamics 
being studied is near the thermal equilibrium. The 
Yb l _xLuxAl3 samples (ten doping levels were studied) were 
grown hy the "self-flux" method in excess AI. 13 

Ill. RESULTS 

Figure I shows the dynamics of photoinduced relkclivity 
change in YbAI3 and Ybo.9sLuo.osAI3 in the T range between 
4 and 300 K. At 300 K, the rise time of about 70 fs is 
followed by fast electronic relaxation which can be well de
scribed by a single exponential decay with the relaxation 
time 7=330' fs. Following this initial electronic relaxation 
the system recovers to equilibrium on the time scale of sev
eral 100 ps, which is attributed to heal now out of the exci 
tation volume. Upon lowering T, changes in both the ampli
tude of the transient, A, and 7 are observed. Upon cooling 7 

gradually increases in the same fashion as in previously stud-
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FIG. 2. T dependence of 'T and the inverse density of thermally 
excited quasiparticles, /lTI , for YbAI). IITI was determined from the 
T dependence of the normalized amplitude of the photoinduced 
reflecti vity change, A (inset), via IIT r:t: A - I_ I. The data are fit with 
IIT = T I/2 exp(-E"gI2T), where E"8= 16 meV is the size of the in
direct HG. 

ied heavy electron compounds,4-6 reaching 3.2 ps at = 50 K. 
There the anomalous increase in 7 is truncated and 7 remains 
constant below = 50 K. The amplitude of transient, A, also 
shows a pronounced T dependence similar to early reports.4 

At low temperatures A is being nearly constant up to = 50 K 
and showing a pronounced suppression upon further T in
crease. Qualitatively similar results are obtained for all 0 
< x < 0.3, except that the temperature where the relaxation
time divergence is truncated, r, is doping dependent, as 
discussed below. In LuAI3, however, the dynamics follows 
the behavior seen in normal metals, where the relaxation is 
only very weakly temperature dependent with the relaxation 
time slightly increasing upon increasing the temperature. t6 
Similarly, virtually no T dependence of A is observed. 

The T dependence of 'T in YbAI3 is shown in fig . 2. 
Above = 50 K it is consistent with the relaxation bottleneck 
scenario due to the presence of the narrow HO, E"8' in the 
density of states.4,s The relaxation process can be described 
by the RT model. Here following photoexcitation and the 
initial electron-electron and electron-phonon collisions 
which proceed on a sub-ps time scale, the system is charac
terized by excess densities of electron-hole pairs (EHPs) and 
high-frequency phonons (HFPs). When an EHP with an en
ergy ? E"g recombines, a high-frequency phonon (w > E"g) is 
created. Since HFP can subsequently excite EHP, the recov
ery is essentially governed by the decay of the HFP 
population.9,11 In the low excitation limit, as in this case, the 
T dependencics of both amplitude of thc induced rcflcctivity 
change A, and 7 are governed by the T dependence of the 
number density of thermally excited EHPs, /IT' It was 
shown tl that /lT oc A - 1- 1, where A(T)=A(T)/ ACT -> 0) and 

T(T) or. [8A(T) + 2nT(T) t I, (I) 

where ,5 is a constant that depends only on the photoexcita
tion intensity. In a narrow-band semiconductor /IT depends 
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on the shape of the DOS in the energy range E = T around the 
chemical potential (here and further kB= I). Generally, the 
number density of thermally excited EHPs across the gap (in 
this case indirect hybridization gap, E"g) is given by 

(2) 

where p is of the order of I (0.5 for a BCS superconductor), 
depending on the shape of the DOS near the gap edge. Nei
ther the size of E"8' the exact shape of the low-energy DOS 
(anisotropy, possible impurity levels within the gap), or the T 
dependence of E"8 is well known in intermediate-valence 
systems, therefore there is some ambiguity in determining 
E"g' However, as the main T dependence in I1T comes from 
the exponential term, a rough estimate of the size of E"g can 
be obtained. For T > 50 K a good agreement of the data with 
this simple model can be obtained. Since T was found to be 
independent on F over the range of F studied 14 we can as
sume that T(T) = 11'1. 1. Indeed Fig. 2 shows that there is a good 
agreement between T(T) and 11:r'(T) ex (A-'-lt'. Fit with 
11:r' ex T"0 5 exp(E"gI2T) gives a values for the indirect HG of 
E"g = 16 meV. This value is lower than the values of the 
pseudogap obtained from the inelastic neutron-scattering 
data (30 me V), 17 as well as the value inferred from the op
tical coryductivity data on YbAI3 (60 meV). ls The relation
ship between the observed pseudogaps in the spin (neutrons) 
and charge (optical) excitation spectra is unclear. On the 
other hand, the interpretation of the optical conductivity data 
is also not straightforward l8 since the indirect transitions are 
forbidden by the momentum conservation law. Furthermore, 
the relaxation dynamics bottleneck is expected to be gov
erned by the gap minimum, therefore taking the uncertainties 
in the interpretation of both experimental results the agree
ment is reasonable. Given the fact, that the mid infrared peak 
at 0.25 eV, IS which is in the intermediate-valence systems 
commonly interpreted as the direct optical transition across 
the hybridization gap,2 is in YbAI3 present way above room 
temperature, 18 it is expected that the same is true also for the 
indirect gap, as implied by the present study. 

Figure 3 presents the T dependence of T, obtained by the 
single exponential fit, on a series of Yb'_xLuxAI3 samples. 
Over a large range of doping, O:S; x :S; 0.3, all T(T > 1"') 
fall almost on the same curve. Since T(T > 1"') can be well 
understood in terms of the RT scenario,4,5 the results imply 
that the HG persists over wide range of doping. We should 
note that there is some variation in the gap extracted from 
the fit to the relaxation times of individual doping levels 
(l0 < E"g < 21 meV) (see the two fits in Fig. 3). However, 
there is no systematic dependence of E"g(x). At x=O.4, how
ever, a qualitative change in the relaxation dynamics is ob
served, with relaxation showing a very weak temperature 
dependence, much like in the metallic LuAI3. This observa
tion can be attributed to the loss of the long-range order at 
x=O.4, consistent with the inelastic neutron-scattering data. I? 
Based on the above we argue that the hybridization gap in 
Yb '_xLuxAI3 persists, nearly unchanged, up to x = 0.3, with 
the loss of the long-range order to appear only near x = 0.4. 

Below 1"'(x), however, T saturates at T. (X). Generally, the 
saturation of T at low T is expected within the RT model 
when I1T(T) becomes smaller than oA(T) [see Eq. (I )]. How-
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FIG. 3. (Col or online) The temperature dependence of 1', ex
IracllxJ using a sing le expunenlial decay lil. fur Yb l _xLuxAl3 series . 
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with £"8= 17 meV and £"g= 10 meV, respectively. 

ever in this case the low-temperature relaxation time, T. , 
should depend on the excitation f1uence. The fact that relax
ation dynamics in this low perturbation experiment is found 
to be independent of excitation intensity effectively rules out 
this interpretation. 14 Alternatively, we can assume (quite gen
erally) that the relaxation of the excited state proceeds via 
two independent channels. In the case of two competing re
laxation processes the recovery dynamics will always be 
governed by the fastest of the two. If one of the processes is 
slow and temperature independent, while the other shows 
strong temperature dependence, becoming slower and slower 
as the temperature is reduced, one would expect to observe a 
crossover from the temperature dependent to a temperature 
independent relaxation at the temperature where the two time 
scales become comparable. Clearly, this scenario is consis
tent with the experimentally observed temperature depen
dence of the relaxation time. While at temperatures above 1'" 
the temperature dependence of both amplitude and relaxation 
time are in very good agreement with the relaxation bottle
neck model (see Fig. 2), where the bottleneck in relaxation is 
a result of the presence of the hybridization · gap near the 
Fermi level, the question arises: which temperature indepen
dent relaxation process could lead to the observed crossover 
into T-independent relaxation below T'? 

IV. ANALYSIS AND DISCUSSION 

Measurements of the de Haas- van Alphen (dHvA) effect 
in YbAI3 and LuAI3 indicate a large mean-free path, 
1= 120- 150 nm, 19,20 several times larger than the optical 
penetration depth A (AYbAI

3 
=22 nm and ALl/ AI 3 = 17 nm). 15 

From the T dependence of resistivity (inset to Fig. 5) it fol
lows that I > A up to = 50 K, well into experimentally acces
sible T range. Hence one can expect that in addition to the 
recombination process with characteristic time T a ballistic 
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transport of hot electrons21 will take place on a time scale of 
'A/VI" where VI' is the Fermi velocity. From the dHvA 
data l9•2o one obtains vF = 4X 104 (1 X 106) m/s in 
YbAI3(LuAI3) giving the characteristic time scale for the bal
listic transport out of the probed volume of 'A/v 1'=0.5 ps and 
20 fs, respectively. Since v I' is a weak function of tempera
ture, the competition between the strongly T dependent re
combination across the HG and a T-independent ballistic 
transport can account for the observed temperature depen
dence of the relaxation time in Yb l_xLuxAI3. 

To describe the relaxation process for such a case we use 
the Boltzmann kinetic equation with the collision integral in 
the T approximation,22 

,]f (If f 
- + V I' cos( 0) - = - --. at ox r( E, 0) 

(3) 

Here f(t,x, E, 0) is the nonequilibrium correction to the equi
librium distribution function, which depends on time t, dis
tance from the surface x, energy E relative to the Fermi en
ergy, and the angle 0 between the velocity and the transport 
direction, x. The relaxation time T in general depends on the 
energy and the angle. Here we assume that the particle-hole 
symmetry is preserved, so that there is no electric fi eld. Also, 
if the Fermi energy is large compared to the photon energy, 
one can neglect the dependence of the speed of hot electrons 
and holes on their relative energy, i.e., v = VI" Equation (3), 
supplemented by the initial condition f(t=O,x, E, O)=F( E,X), 
describing the initial distribution of the hot quasiparticles 
after photoexcitation, qas the solution, 

f(t,X,E,O) = exp(- tlr(E, O))F(E,X- VI' cos(O,t)). (4) 

The spatial and time distribution of the electron-hole pair 
density is found as 

n(x,t) = { " dE LT f(t,x, E, O)sin( O)dO. (5) 

For comparison with the experimental data we assume that T 

is energy and angle independent, r( E, 0) = T and take the 
Gaussian form of the energy-integrated excitation profi le at 
t=O, J;F(E,x)dE= ~exp(-x2 /'A2) ,23 D.R/R is proportional to 
the number of photoinduced carriers within 'A . Integrating 
Eq. (5) with the Gallssian prohe profile, exp(- x2/'A2),23 and 
normalizing to 1 at t=O one obtains 

D.R/R IX n(t) = G~e-{irerf(vFtI /2'A). (6) -V 2 VFt 

Equation (6) has two regimes. On a short time scale, 
t ~ 'A/VI" it reduces to 

n(t) = exp(- t/T- v~t2!2A2), 

while for t ~ A / v I' we have 

'A 
n(t) = _e- rir . 

VFt 

(7) 

(8) 

Figure 4 presents the photoinduced re flectiv ity traees in 
YbAl3 at a few selected temperatures. We fit the photoin
duced re fl ectivity traces with Eg. (6)- solid lines and eom-
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FIG. 4 . (Color onlinel The data recorded on YbAI) at selected 
temperatures fit with single exponential decay (dashed blue line) 
and with Eq. (6) (solid red line) , where 'A/VF= 1.33 ps. At low 
temperatures the tit is entirely govel'lled by the A/VI' term (with 
T> 5 ps), while above 50 K the relaxation is best fit with a single 
exponential decay. 

pare it to the single exponential decay (dashed) . 
At T < 1'" the model clearly describes the experimental 

data much better than a single exponential decay. In fact, the 
lit is mainly governed by the 'A/VI' ratio (best (it gives 
'A/ v 1'= 1.33 ± 0.05 ps in good agreement with the above es
timate) while T can be anywhere between 5- 100 ps. The 
situation is reversed at T > r , where the fit is entirely gov
erned by T. Since the mean-free path quickly decreases be
low 'A upon increasing T, e.g., in YbAl3 this should happen at 
= 50 K (see inset to Fig. 5), the ballistic transport becomes 
ineffectiv e. Correspondingly, the (it to the 70 K data in Fig. 4 
with fix ed 'A/VF= 1.33 clearly becomes inadequate. In fact, 
the data are much better fit with the single exponential decay 
(dashed blue line) . Thus, 1'" can be thought of as the tem
perature where I = A; below r the relaxation is dominated 
by the ballistic transport, while above this temperature relax
ation is governed by the recombination across the indirect 
HG. In earlier studies5 such a saturation of T at low T was not 
observed. This can be understood, since at experimentally 
accessible temperatures of T"2 10 K the mean-free path in 
YbAl3 is by far the largest among the systems studied. Still, 
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FIG. 5. (Color online) Doping dependence of 7:
1 for 

Yb l _xLu,AI3. Inset shows the T dependence of resistivity for sev
eral doping levels. 
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comparison of dynamics in YbCdCu4 and YbAgCu4 (Fig.· 5 
of Ref. 4) shows an onset of saturation at =20 K in 
YbAgCu4' This feature is absent in YbCdCu4' Since the 
mean-free path in YbCdCu4 is considerably smaller than in 
YbAgCu4,24 this observation is consistent with the proposed 
scenario. 

The doping dependence of the low-temperature relaxation 
rate, 7;I(x), is plotted in Fig. 5. Initially 7;1 shows a weak 
decrease from 7;1 (x=O) = 0.2 pS-I, followed by a rapid drop 
at x=O.I. Further increase in x results in an increase in 7;1 up 
to =5 pS-I. Within the above scenario, following the 'AI U F 

ratio, one would expect T,~I(LuAI3)''''20r;;1(YbAI3)' as ob
served. The strong drop in 7;1 near x=O.1 can be understood 
as being a result of the decrease of I below 'A, consistent with 
the resistivity data (see insert to Fig. 5). Indeed, in 
YbO.9Luo.IAI3 the expected low-T divergence of 7 due to the 
relaxation bottleneck4,5 is largely recovered (see Fig. 3). 
Thus, the qualitative doping dependence of 7;1 in 
Yb l _xLuxAl3 can be understood as a competition between 
decreasing 'A I U F ratio and doping induced disorder. Still, the 
underlying origin of the very sharp anomaly at x'~ 0.1 is 
unclear. Noteworthy, this doping level corresponds well with 
the doping level where low-temperature coherence effects 
are strongly suppressed. 12,13 

V. CONCLUSIONS 

We studied the carrier relaxation dynamics in 
Yb l _xLuxAI3, an intermediate-valence heavy-fermion system 
where doping was continuously tuned between a heavy fer
mion and normal metal. In YbAI3 there seems to be an over
all agreement that its low-temperature properties are gov
erned by a hybridization of conduction electrons with 
spatially extended wave functions and localized f orbitals, 
which can be described by the Anderson lattice model. Since 
photoexcited carrier relaxation was found to be very sensi
tive to the appearance of the gap in the charge excitation 
spectrum, the aim of this work was to utilize time-resolved 
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