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Following recent insights into energy storage and loss mechanisms in nanoelectromechanical 
systems (nEms), nanomechanical resonators with increasingly high quality factors are 
possible. Consequently, efficient, non-dissipative transduction schemes are required to avoid 
the dominating influence of coupling losses. Here we present an integrated nEms transducer 
based on a microwave cavity dielectrically coupled to an array of doubly clamped pre-stressed 
silicon nitride beam resonators. This cavity-enhanced detection scheme allows resolving of  
the resonators’ Brownian motion at room temperature while preserving their high mechanical 
quality factor of 290,000 at 6.6 mHz. Furthermore, our approach constitutes an ‘opto’-
mechanical system in which backaction effects of the microwave field are employed to 
alter the effective damping of the resonators. In particular, cavity-pumped self-oscillation 
yields a linewidth of only 5 Hz. Thereby, an adjustement-free, all-integrated and self-driven 
nanoelectromechanical resonator array interfaced by just two microwave connectors is 
realised, which is potentially useful for applications in sensing and signal processing. 
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The increasing importance of nanomechanical resonators for 
both fundamental experiments1–3 and sensing applications4,5 
in recent years is a direct consequence of their high resonance 

frequencies as well as low masses. However, because of their small 
size, they couple only weakly to their environment, which can make 
it difficult to efficiently transduce their motion. This coupling can 
be strongly enhanced via an optical6–11 or electrical microwave12–17 
cavity. While both methods enable sensitive displacement detec-
tion, only the latter is suitable for large-scale integration of many 
resonators with a single cavity. Up to now, nanoelectromechanical 
transduction via microwave cavities is predominantly performed at 
cryogenic temperatures to benefit from superconducting cavities 
capacitively coupled to superconducting mechanical resonators. 
With a main focus on quantum mechanical ground state cooling2, 
the potential of cavity nanoelectromechanical systems (NEMS) for 
integrated transduction at room temperature is yet to be exploited.

To this end, we present an approach based on a copper micro-
strip cavity operating at 300 K. While previous works12–16 relied 
on capacitive coupling between cavity and metallized resonator, we 
employ a dielectric resonator made of highly stressed silicon nitride. 
This avoids additional damping by losses in the metallization layer, 
which frequently is one of the dominating sources of dissipation 
at room temperature18,19. For transduction, we take advantage 
of dielectric gradient forces, which are becoming more and more 
established as a powerful tool to control NEMS20–23: if a dielec-
tric beam is placed in between two vertically offset electrodes, its  
vibration will induce a periodic modulation of their mutual capaci-
tance. We demonstrate that this modulation alters the response  
of a connected microwave cavity, which can be demodulated to 
probe the displacement of the nanomechanical resonator. The 
resulting heterodyne cavity-enhanced detection scheme allows 
probing of the resonator’s Brownian motion with a sensitivity of 
presently 4.4 pm/ Hz  at 300 K. We have tested the scheme to oper-
ate at temperatures between 300 K and low temperatures (4 K), at 
which superconducting cavities become superior. Furthermore, 
the coupled cavity-resonator device is a microwave analogy of an 
optomechanical system: cavity electromechanics can be employed 
to amplify or damp the mechanical vibration utilizing the dynami-
cal backaction of the microwave field. By strongly amplifying the 
motion, the regime of cavity-pumped self-oscillation is reached. The 
resulting high-amplitude, narrow-band signal with a linewidth of 
only 5 Hz can be used to track the resonance frequency of the beam, 
yielding an estimated mass resolution of about 10 − 18 g.

Results
Device and measurement setup. Arrays of mechanical beam 
resonators of different length are fabricated out of a 100-nm-thick 
pre-stressed silicon nitride film deposited on a fused silica wafer  
(see Fig. 1a for one element as well as Methods and Supplementary 
Fig. S1). Each nanomechanical resonator is embedded in a capacitive 
structure, which is part of the resonant LC circuit as sketched in 
Fig. 1a,b and c,d, respectively. One of the electrodes is connected to 
an external λ/4 microstrip cavity (see Fig. 1d and Methods) with a 
resonance frequency of fc = 3.44 GHz and a quality factor of 70, the 
transmission of which is shown in Fig. 1c. In contrast to the more 
common SiN films on silicon substrates, SiN on fused silica avoids 
room temperature dissipation of microwave signals by mobile 
charge carriers and generates an even higher tensile stress in the SiN 
film24. Measuring the resonance frequencies of several harmonic 
modes and fitting these with a simple theoretical model25 yields a 
beam stress of 1.46 ± 0.03 GPa. Recently, it has been demonstrated 
that the tensile stress in a nanomechanical resonator enhances its 
eigenfrequency and quality factor25,26. Thus, the observed quality 
factors are higher than the ones measured with resonators of the 
same eigenfrequency on a silicon substrate with a prestress of 
0.83 GPa, and beams of the same length have higher resonance 

frequencies. Whereas the described scheme has been employed on 
a range of microwave cavities and nanomechanical resonator arrays, 
all measurements shown here have been performed on one 55 µm 
long beam with a fundamental mechanical resonance frequency of 
fm = 6.6 MHz and a room temperature quality factor Qm = 290,000.

By coupling the mechanical resonator to the microwave cav-
ity, the electrical resonance frequency fc is periodically modulated, 
causing sidebands at fc ± fm in the microwave transmission signal. 
These are demodulated, filtered and amplified (see Fig. 1d, Fig. 5 
and Methods), then fed directly into a vector network analyser, the 
output of which can be used to excite the mechanical resonator via 
a piezo inertial drive26. The resonator chip, glued onto the piezo 
transducer, as well as the cavity are operated in a vacuum chamber 
at pressures below 5×10 − 4 mbar at room temperature.

Detection. The amplitude of the piezo-driven mechanical resona-
tor (Fig. 2a) is probed by monitoring the sideband signal via the 

c

Microwave source

b

Piezo drive
d

a

z

x

d

VNA

LO

RF

LP
AMP

IF

Bond wire

E

B

3.2 3.4 3.6

–30

–20

–10

T
ra

ns
m

is
si

on
 (

dB
)

Frequency f�w (GHz)

~

~

Figure 1 | Sample and setup. a shows a scanning electron micrograph of 
the 55 mm long silicon nitride beam (green) flanked by two gold electrodes 
(yellow). scale bar corresponds to 1 µm. The schematic cross-section of  
the beam and electrodes in b (scale bar corresponds to 100 nm) exhibits  
a symmetric gap of d = 60 nm and includes simulated electric field lines.  
The beam is placed just below the electrodes, where its movement in the 
z direction induces the largest modulation of the capacitance. The  
electrodes are connected to an electrical λ/4 microwave cavity via bond 
wires. c depicts its transmission spectrum (black) with a Lorentzian fit 
(green). The schematic circuit diagram shown in d includes a photo of 
the cavity circuit board (8×8 mm2). It also illustrates magnetic field lines 
(blue) indicating the inductive coupling between the two side electrodes 
and the central resonator, and the electric field distribution (red) in the 
resonator. The cavity is pumped by a microwave source, the radio frequency 
transmission signal is mixed with a reference signal (Lo) such that the 
mechanical sidebands (IF) are demodulated. A lowpass filter (LP) is used to 
remove higher-frequency components, and the amplified (AmP) sideband 
signal is fed to a vector network analyser (VnA), which can also drive a 
piezo to actuate the beam. see Fig. 5 and methods for the detailed circuit.
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demodulated microwave transmission signal. Note that all ampli-
tudes in this work are given as half-peak-to-peak values. A Lorentz-
ian fit is used to extract the mechanical resonance amplitude, which 
depends on the output power Pµw and frequency fµw of the micro-
wave source. Figure 2b shows how the operating range of the detec-
tion mechanism can be mapped out by systematically varying the 
microwave parameters. The plot displays the colour-coded peak 
signal power of the mechanical spectrum, plotted for every set of 
Pµw and fµw . Maximum sensitivity is achieved on resonance with 
the microwave cavity (at fµw = fc = 3.44 GHz, dashed line), where 
the cavity field and its sensitivity to frequency changes are maxi-
mized. The peak signal power in Fig. 2c is directly proportional to 
the microwave power at low levels, but nonlinear effects in the cav-
ity cause the detection efficiency to level off above Pµw = 15 dBm.  
Using the optimal operating point of fµw = fc and Pµw = 18 dBm,  
the thermally induced Brownian motion of the resonator can be  
easily resolved, as depicted in Fig. 2d. By calculating the thermal 
amplitude of the beam to be 8 pm/ Hz  at room temperature, the 
observed noise level corresponds to a sensitivity of 4 4. / pm Hz  
(see also Supplementary Methods). Thus, the full dynamic range of 
the resonator is accessible as the detection scheme allows to char-
acterize the resonator response from the thermal motion until the 
onset of nonlinear behaviour.

As the detected signal is only proportional to the change in 
capacitance dC/dz caused by a displacement dz and other geometri-
cal parameters, the displacement sensitivity is independent of the 
mechanical frequency. However, higher-frequency beams imply 
a reduced electrode length and thus weaker coupling for constant 
cross-section of the detection capacitor. The same applies to higher 
harmonic modes, where only one antinode of odd harmonic modes 
generates a signal, as the other antinodes cancel each other. This 
results in a 1/f scaling of the sensitivity in the case of a stressed 
string, as observed in other measurements for beams with frequen-
cies between 6 and 60 MHz.

Furthermore, even the in-plane motion of the beam can be 
detected (not shown). Considering the electrode geometry displayed 
in Fig. 1b, this seems to be suprising at first. Ideally, the capacitance 
gradient dC/dx is a parabola such that both a displacement of the 
beam in positive and negative x direction increases the capacitance 

symmetrically. Thus, there should be no signal on the resonance 
frequency of the mode. But even small imperfections during sam-
ple fabrication lead to a slightly off-centre position of the beam and 
thereby a non-zero capacitance gradient in the x direction. There-
fore, in-plane modes are accessible, albeit with a lower sensitivity 
such that the Brownian motion cannot be resolved.

Backaction effects. For a detuned microwave cavity, the coupling 
between the cavity and the mechanical resonator gives rise to ‘opto’-
mechanical effects such as backaction cooling and pumping of the 
mechanical mode2,3,6–12,16,17,27,28. The signature of these cavity 
electromechanical effects can already be discerned in the red por-
tion of Fig. 2b and is shown more clearly in Fig. 3. Comparison of 
the different mechanical resonance curves obtained for negative, 
positive and no detuning (inset of Fig. 3a) shows that both the reso-
nance amplitudes (Fig. 3a) and the measured, effective Q(∆) (Fig. 3b, 
see Supplementary Methods) change with detuning. If the detuning 
∆ = fµw − fc between microwave drive and cavity resonance frequency 
is negative (red detuned), the electrical force produced by the cav-
ity field counteracts the vibrational motion, thereby decreasing its 
amplitude. For positive (blue) detuning, the amplitude is increased. 
As the resonance amplitude depicted in Fig. 3a is superimposed 
with the detuning-dependent sensitivity curve discussed in Fig. 2b 
and therefore distorted, we rather use the detuning dependence of 
the quality factor to analyse the data.

The effective Q(∆) in Fig. 3b clearly shows the expected behav-
iour: at negative detuning, the additional cavity-induced damping 
Γ(∆) is positive, such that the effective damping exceeds the intrinsic 
value and Q(∆) decreases, whereas at positive detuning the opposite 
occurs, with an optimal detuning of |∆opt| = 9 MHz. Fitting the theo-
retical model (refs 27–29 and Supplementary Methods) to the data 
measured at several cavity drive powers allows to extract the average 
coupling factor g f zc= ∂ ∂ = ±/ 75 5 Hz/nm. The backaction effect is 
independent of piezo-driven beam actuation as only the effective 
damping is changed. This is confirmed by repeating the experiment 
without piezo actuation (inset of Fig. 3b). A comparison between 
the weakly driven situation depicted in Fig. 3b and the Brownian 
motion in the inset only shows a significant increase of the noise 
in the latter case. Therefore, all measurements in Figs 3 and 4a  
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Figure 2 | Detection. The driven response of the 55 µm long beam is shown in a. It is vibrating with an amplitude of about 6 nm at a piezo-driving power 
of  − 70 dBm measured with a microwave power of Pµw = 18 dBm at fµw = 3.44 GHz. To determine the operating regime of the detection scheme as  
a function of the cavity parameters, microwave frequency and power are systematically varied and the mechanical peak signal power reflecting the 
squared resonance amplitude (that is, the maximum of the resonance in a) is plotted in b for each point. A cut along the microwave cavity resonance 
(dashed line in b) shown in c depicts that the detected signal is maximized at cavity powers between 15 and 18 dBm. The Brownian motion of the 
resonator in d is employed to deduce the sensitivity of the detection scheme from the noise floor. 
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(except the inset in Fig. 3b) were done with a weak piezo actuation 
of  − 70 dBm to operate with an improved signal to noise ratio.

Increasing the microwave power to 23 dBm, the quality factor 
can be decreased to half its initial value with a negative ∆ as shown 
in Fig. 4a, corresponding to an effective mode temperature of 150 K 
(ref. 6). For positive ∆, the quality factor diverges. This reflects cav-
ity-driven self-oscillation of the beam, once the intrinsic damping 
is cancelled by the cavity backaction. The power spectrum of this 
oscillation is shown in Fig. 4b. Its linewidth of 5 Hz, corresponding 
to an effective quality factor30 of 1.3 million, is limited by the stabil-
ity of the oscillation frequency, which is mainly affected by fluctua-
tions of the cavity drive.

This ultra-low linewidth is ideally suited for mass-sensing appli-
cations, giving rise to an estimated mass resolution of about 10 − 18 g 
(see Supplementary Methods). In contrast to single carbon nanotubes, 
which have been employed to probe masses of 10 − 22 g (refs 4,5), the 
presented scheme can readily be scaled up to a large-scale fabrica-
tion process involving many beams. Further improvements can be 
expected by increasing the electromechanical coupling constant2,13. 

This can be achieved by a reduced gap size in the detection capaci-
tor. Beam–electrode separations of 20 nm have already been dem-
onstrated15, which should yield a tenfold increase in coupling.

Besides the backaction effects, there is a quasistatic electric force 
acting on the resonator21. The electric microwave field between  
the electrodes polarizes the dielectric beam, creating dipoles that are 
attracted to high electric fields. This leads to an additional effective 
spring constant that scales with the square of the field (that is, with 
Pµw) and leads to an increased (decreased) restoring force for the 
out-of-plane (in-plane) mode. The resulting difference in resonance 
frequency is clearly visible comparing Fig. 2a (Pµw = 18 dBm) to  
Fig. 4b (Pµw = 23 dBm) and can be employed to tune the mechanical 
eigenfrequency.

Discussion
There are only a few existing nanomechanical transduction schemes 
at room temperature providing good integration and scalability to 
large resonator arrays coupled to a single readout cavity: photonic 
circuits31–33 offer extremely large displacement sensitivities, but are 
limited by the precise alignment of external components and thus 
sensitive to vibrations. On the other hand, adjustment-free schemes 
such as piezoelectric transduction34 or capacitive detection13,35, 
which, in addition, frequently require cryogenics, impose material 
constraints and can cause additional dissipation18,19. In contrast, the 
presented dielectric coupling of the nanomechanical resonator to 
the microwave cavity allows to maintain a large quality factor over a 
wide temperature range (tested between 4 and 300 K). Accordingly, 
the reported room temperature Qm of 290,000 of the prestressed 
SiN-on-fused-silica nanoresonator is, to our knowledge, the highest 
ever obtained in this frequency range.

In conclusion, we present a room temperature platform for 
the sensitive readout, actuation and tuning of nanomechani-
cal resonators. We achieve a sensitivity well below the Brown-
ian motion for the fully integrable and robust heterodyne readout  
of a nanomechanical resonator via a weakly coupled microwave 
cavity (g f zc= ∂ ∂ = ±/ 75 5 Hz/nm). This coupling constant is sig-
nificantly smaller than the one obtained with capacitively coupled 
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Figure 3 | Cavity electromechanics. Resonance amplitude and quality 
factor of the weakly driven (piezo power of  − 70 dBm) mechanical 
mode are increased or decreased depending on the microwave detuning 
∆ = fµw − fc due to the backaction of the microwave field on the resonator. 
This is shown in the inset of a, comparing resonance curves of the same 
resonance at a microwave power of 12 dBm for red, blue or no (red, 
blue and black points, respectively) detuning. For clarity, the resonance 
curves have been plotted versus the frequency offset to the respective 
(detuning-dependent) resonance frequency. Panel a shows the detuning 
dependence of the resonance amplitude (that is, maximum in inset) for 
different microwave powers of 18, 15 and 12 dBm (green, red and orange 
dots). In b, the detuning dependence of the quality factor for the same 
power values is depicted, along with a fit to the theoretical model (black 
line, see supplementary methods). The inset of b shows the quality factor 
of the Brownian motion versus detuning at 18 dBm microwave power with 
identical axes, the only difference to the main plot is the better signal to 
noise ratio in the weakly driven case.
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beams13 but requires neither cryogenics nor beam metallization. 
The relative cavity frequency shift g/fc is comparable to typical opti-
cal experiments22,36, as not only the coupling constant g but also the 
cavity resonance frequency fc are orders of magnitude smaller in the 
microwave regime.

A major advantage of the presented scheme is the parallel read-
out of many beams and many modes (higher harmonics as well as  
in- and out-of-plane) using only a single microwave setup. Addition-
ally, the cavity backaction can be used to control the amplitude of 
the resonator, thus allowing to omit the piezo actuator. By entering 
the regime of cavity-pumped self-oscillation a strong and narrow-
band signal is generated, perfectly suited for sensing applications 
requiring a simple resonance frequency readout. As both resonator 
and cavity are fabricated reproducibly using standard lithographic 
processes, inexpensive plug and play NEMS sensor modules using 
only two microwave connectors to interface them with control elec-
tronics can be developed.

Methods
Microwave setup. The microwave cavity is fabricated on a ceramic substrate  
suitable for high-frequency applications (Rogers TMM10) cut to small chips. 
Standard optical lithography and wet etch processes are employed to pattern the  
17 µm thick top copper layer, onto which a 150 nm gold coating is evaporated to 
avoid corrosion.

The design of the microwave cavity shown in Fig. 1d consists of an 8 mm long 
and 0.64 mm wide centre strip that forms the actual λ/4 resonator. One end of 
the strip is grounded, while its other end is connected to the silica chip carrying 
the mechanical resonators. Two adjacent strips near the grounded end are used 
to inductively couple the cavity to the feed lines and measure the transmission 
signal. We chose inductive coupling to separate the interface to the chip at the open 
end from the interface to the feed lines at the grounded end of the λ/4 resonator. 
The length of the two feed lines (6 mm) and the distance between the striplines 
(1.2 mm) were optimized using high-frequency circuit simulations with APLAC for 
a tradeoff between transmission and quality factor of the cavity.

Figure 5 shows a detailed version of the simplified electrical circuit depicted 
in Fig. 1d. On the left, the electrical equivalent circuit of the λ/4 microstrip cavity 
including both feed lines and the coupling to the chip is depicted. The actual cavity 
consists of the inductance L0 of the 8 mm long copper strip and its capacitance C0 
to the ground plane on the bottom of the circuit board. The inductive coupling 
between L0 and the two feed lines with inductances Lc provides the external inter-
face to the cavity. The resonator chip is connected to the open end of the cavity, 
it adds a static capacitance C1 and a time-dependent contribution dC1 (t), which 
oscillates with the actual beam displacement. A very rough estimate for L0 and C0 
can be obtained from microstrip theory, giving values of 1 pF and 3 µH (this would 
result in f L Cc = =1 2 2 90 0/( ) .p  GHz), neglecting the effects of the microstrip 
ends. As the resonance frequency of the bare microwave cavity is about 5% higher 
than with the bond wire and chip connected, C1 must be  < 10% of C0, as the bond 
wire also adds some inductance to the circuit.

A microwave tone is applied to one port of the cavity, thus creating a 
phase-modulated signal at the other port of the cavity caused by the alternating 
capacitance dC1. As the transmission through the cavity also adds some detuning-
dependent phase to the microwave tone, directly mixing the cavity output with the 
drive tone would result in a detuning-dependent phase difference between the two 
signals. This difference would need to be compensated for by an additional phase 

shifter, which had to be adjusted for maximum signal at every drive frequency. To 
avoid this tedious procedure, we use an IQ (in-phase/quadrature) mixer shown in 
the red box in Fig. 5. It consists of a 0°/0° and a 0°/90° power splitter as well as two 
mixers. The reference signal coming from the microwave generator is split into 
two parts with a 90° phase shift to each other. By mixing these two signals (LO and 
LO*) with the radio frequency transmission signal of the cavity, two intermedi-
ate frequency signals (IF and IF*) are created. Depending on the phase of the two 
input signals of the IQ mixer, at least one of these signals is always non-zero, and 
their (phase-correct) sum is completely independent of the phase relation of the 
input signals. Thus, by combining the two demodulated quadrature components 
with another 0°/90° power splitter and blocking the higher-frequency mixing prod-
ucts, amplitude and phase of the mechanical signal are reconstructed.

The noise background of this signal is primarily caused by the phase noise of 
the frequency generator driving the electrical cavity, causing more background 
noise with increasing power. Therefore, we use a Rohde and Schwarz SMA100A 
signal generator with extremely low phase noise below  − 150 dBc at 10 MHz offset. 
In order to preserve the low noise level, the demodulated sidebands are amplified 
with a 35 dB preamplifier with a noise figure of 1.3 dB. The output of this amplifier 
is either directly connected to a spectrum analyser (to quantify the Brownian 
motion) or amplified by another 30 dB and fed to a network analyser (in case of the 
driven measurements).

Resonator fabrication. The samples are fabricated on 500 µm thick fused silica 
wafers, which are coated with a 100 nm thick commercial high-quality LPCVD layer 
of pre-stressed silicon nitride. Large chips of size 5×5 mm2 are cut from the wafer. 
To enable electron beam lithography on these non-conductive substrates, 2 nm of 
chromium is evaporated onto the PMMA resist before exposure and removed before 
developing. E-beam lithography and standard lift-off processes are used to define the 
gold electrodes and a thin cobalt etch mask protecting the beams. The subsequent 
inductively coupled plasma reactive ion etch using SF6 and Ar removes the silicon 
nitride which is not protected by a metal layer. The final hydrofluoric acid wet etch 
removes the cobalt and releases the beams, while the gold electrodes use chromium 
as an adhesion layer and are not attacked by the acid. Finally, the chips are blow-dried 
with nitrogen, glued to the piezo and a wire bonder is used to connect them to the 
microwave cavity. All these processing steps use industry-standard techniques, so a 
large-scale fabrication of inexpensive sensor modules should be within reach.

Each mechanical resonator chip contains multiple beams with their respective  
electrodes, all shunted between two bond pads that are used to connect the chip  
to the microwave cavity. One design with big variations in the beam length is 
shown in Supplementary Fig. S1. It is also possible to use designs with very small 
length differences in the order of 100 nm, allowing to address many mechanical 
resonances by frequency division multiplexing in a narrow frequency band.

Resonator chip design. In order to choose the sample design with the highest cou-
pling between the electrical cavity and the mechanical resonator, several simula-
tions of the electrode configuration using COMSOL Multiphysics were conducted. 
The electrodes were patterned directly onto the SiN film to induce a maximal ca-
pacitance variation with beam displacement. We decided to put the gold electrodes 
on top of the silicon nitride layer and thereby deposit them before the reactive ion 
etch step, in contrast to our earlier designs where the gold was evaporated onto the 
remaining silicon dioxide covering the silicon substrate below the resonator21. In 
these previous designs, the vertical separation between the beam and the silicon 
dioxide layer had to exceed 250 nm to achieve sufficient underetching of the beam. 
Thus the new design allows for much smaller overall beam–electrode separations, 
resulting in a larger effect of the beam motion on the capacitance. Further simula-
tions with this principal geometry varied several other parameters. These primarily 
show an 1/d scaling between the lateral beam–electrode distance d (see Fig. 1b) 
and the capacitance change per nanometre beam displacement, as expected for a 
capacitive interaction.

As the beams tend to stick to the side electrodes at very low gap sizes, the fab-
rication of smaller defect-free gaps by conventional scanning electron microscopy 
lithography and dry and wet etching was not successful. We have investigated 
devices with gap widths varying between 110 nm and 60 nm. Supplementary 
Figure S2 shows the coupling strength (black squares) extracted from the quality 
factor versus microwave frequency curves, as shown in Fig. 3b, for different values 
of d. The dotted red curve depicts the capacitance gradients obtained from the 
simulation multiplied with a scaling factor to fit the measured coupling strength. 
The dependence of the coupling strength on the gap size in the measurements is 
qualitatively reproduced by the simulations. 

References
1. O’Connell, A. D. et al. Quantum ground state and single-phonon control of a 

mechanical resonator. Nature 464, 697–703 (2010).
2. Teufel, J. D. et al. Sideband cooling of micromechanical motion to the quantum 

ground state. Nature 475, 359–363 (2011).
3. Chan, J. et al. Laser cooling of a nanomechanical oscillator into its quantum 

ground state. Nature 478, 89–92 (2011).
4. Lassagne, B., Garcia-Sanchez, D., Aguasca, A. & Bachtold, A. Ultrasensitive 

mass sensing with a nanotube electromechanical resonator. Nano Lett. 8, 
3735–3738 (2008).

RF

RF LO

LO*

IFdC1C1C0

LP
AMP

IF*

Microwave
drive

∼
VNA

Piezo
drive

0° 0°
0°
0°

0°
90°

0°
90°

∼

dC1C1C0

Figure 5 | Detailed electrical schematic. Detailed version of Fig. 1d  
showing an electrical equivalent circuit of the microwave cavity (green  
box) coupled to the resonator chip (blue box) and the complete IQ mixing 
circuit (red box). The two signal paths offset by 90° are denoted Lo/IF and 
Lo*/IF*, respectively.



ARTICLE

��

nATuRE CommunICATIons | DoI: 10.1038/ncomms1723

nATuRE CommunICATIons | 3:728 | DoI: 10.1038/ncomms1723 | www.nature.com/naturecommunications

© 2012 Macmillan Publishers Limited. All rights reserved.

5. Jensen, K., Kim, K. & Zettl, A. An atomic-resolution nanomechanical mass 
sensor. Nat. Nano. 3, 533 (2008).

6. Metzger, C. H. & Karrai, K. Cavity cooling of a microlever. Nature 432, 
1002–1005 (2004).

7. Gigan, S. et al. Self-cooling of a micromirror by radiation pressure. Nature 444, 
67–70 (2006).

8. Arcizet, O., Cohadon, P.- F., Briant, T., Pinard, M. & Heidmann, A. Radiation-
pressure cooling and optomechanical instability of a micromirror. Nature 444, 
71–74 (2006).

9. Kleckner, D. & Bouwmeester, D. Sub-kelvin optical cooling of a 
micromechanical resonator. Nature 444, 75–78 (2006).

10. Schliesser, A., Riviere, R., Anetsberger, G., Arcizet, O. & Kippenberg, T. J. 
Resolved-sideband cooling of a micromechanical oscillator. Nat. Phys. 4, 
415–419 (2008).

11. Eichenfield, M., Camacho, R., Chan, J., Vahala, K. J. & Painter, O. A picogram- 
and nanometre-scale photonic-crystal optomechanical cavity. Nature 459, 
550–555 (2009).

12. Brown, K. R. et al. Passive cooling of a micromechanical oscillator with a 
resonant electric circuit. Phys. Rev. Lett. 99, 137205 (2007).

13. Regal, C. A., Teufel, J. D. & Lehnert, K. W. Measuring nanomechanical motion 
with a microwave cavity interferometer. Nat. Phys. 4, 555–560 (2008).

14. Sillanpää, M. A., Sarkar, J., Sulkko, J., Muhonen, J. & Hakonen, P. J. Accessing 
nanomechanical resonators via a fast microwave circuit. Appl. Phys. Lett. 95, 
011909 (2009).

15. Sulkko, J. et al. Strong gate coupling of high-q nanomechanical resonators. 
Nano Lett. 10, 4884–4889 (2010).

16. Rocheleau, T. et al. Preparation and detection of a mechanical resonator near 
the ground state of motion. Nature 463, 72–75 (2010).

17. Hao, L., Gallop, J. C. & Cox, D. Excitation, detection, and passive cooling of a 
micromechanical cantilever using near-field of a microwave resonator. Appl. 
Phys. Lett. 95, 113501 (2009).

18. Sekaric, L., Carr, D. W., Evoy, S., Parpia, J. M. & Craighead, H. G. 
Nanomechanical resonant structures in silicon nitride: fabrication, operation 
and dissipation issues. Sens. Actuators A: Phys. 101, 215–219 (2002).

19. Yu, P.- L., Purdy, T. P. & Regal, C. A. Control of material damping in  
high-Q membrane microresonators. Preprint at http://arxiv.org/abs/1111.170 
(2011).

20. Schmid, S., Wendlandt, M., Junker, D. & Hierold, C. Nonconductive polymer 
microresonators actuated by the kelvin polarization force. Appl. Phys. Lett. 89, 
163506 (2006).

21. Unterreithmeier, Q. P., Weig, E. M. & Kotthaus, J. P. Universal transduction 
scheme for nanomechanical systems based on dielectric forces. Nature 458, 
1001–1004 (2009).

22. Anetsberger, G. et al. Near-field cavity optomechanics with nanomechanical 
oscillators. Nat. Phys. 5, 909–914 (2009).

23. McRae, T. G., Lee, K. H., Harris, G. I., Knittel, J. & Bowen, W. P. Cavity 
optoelectromechanical system combining strong electrical actuation with 
ultrasensitive transduction. Phys. Rev. A 82, 023825 (2010).

24. Retajczyk, T. F. & Sinha, A. K. Elastic stiffness and thermal expansion 
coefficients of various refractory silicides and silicon nitride films. Thin Solid 
Films 70, 241–247 (1980).

25. Unterreithmeier, Q. P., Faust, T. & Kotthaus, J. P. Damping of nanomechanical 
resonators. Phys. Rev. Lett. 105, 027205 (2010).

26. Verbridge, S. S., Parpia, J. M., Reichenbach, R. B., Bellan, L. M. &  
Craighead, H. G. High quality factor resonance at room temperature with 
nanostrings under high tensile stress. J. Appl. Phys. 99, 124304 (2006).

27. Marquardt, F., Chen, J. P., Clerk, A. A. & Girvin, S. M. Quantum theory of 
cavity-assisted sideband cooling of mechanical motion. Phys. Rev. Lett. 99, 
093902 (2007).

28. Teufel, J. D., Regal, C. A. & Lehnert, K. W. Prospects for cooling 
nanomechanical motion by coupling to a superconducting microwave 
resonator. New J. Phys. 10, 095002 (2008).

29. Clerk, A. A., Devoret, M. H., Girvin, S. M., Marquardt, F. & Schoelkopf, R. J. 
Introduction to quantum noise, measurement, and amplification. Rev. Mod. 
Phys. 82, 1155–1208 (2010).

30. Feng, X. L., White, C. J., Hajimiri, A. & Roukes, M. L. A self-sustaining 
ultrahigh-frequency nanoelectromechanical oscillator. Nat. Nano 3, 342 (2008).

31. Pernice, W. H. P., Li, M. & Tang, H. X. Optomechanical coupling in photonic 
crystal supported nanomechanical waveguides. Opt. Express 17, 12424–12432 
(2009).

32. Lin, Q., Rosenberg, J., Jiang, X., Vahala, K. J. & Painter, O. Mechanical 
oscillation and cooling actuated by the optical gradient force. Phys. Rev. Lett. 
103, 103601 (2009).

33. Eichenfield, M., Chan, J., Camacho, R. M., Vahala, K. J. & Painter, O. 
Optomechanical crystals. Nature 462, 78–82 (2009).

34. Mahboob, I. & Yamaguchi, H. Parametrically pumped ultrahigh q 
electromechanical resonator. Appl. Phys. Lett. 92, 253109 (2008).

35. Knobel, R. G. & Cleland, A. N. Nanometre-scale displacement sensing using a 
single electron transistor. Nature 424, 291–293 (2003).

36. Thompson, J. D. et al. Strong dispersive coupling of a high-finesse cavity to a 
micromechanical membrane. Nature 452, 72–75 (2008).

Acknowledgements
The financial support by the Deutsche Forschungsgemeinschaft via Project No.  
Ko 416/18, the German Excellence Initiative via the Nanosystems Initiative Munich 
(NIM) (which also contributed the title illustration) and LMUexcellent, the German-
Israeli Foundation (G.I.F.), as well as the European Commission under the FET-Open 
project QNEMS (233992) is gratefully acknowledged. We would like to thank Florian 
Marquardt and Johannes Rieger for stimulating discussions.

Author contributions
All authors planned the experiment and discussed the data. The sample was fabricated by 
P.K., the measurement was carried out by P.K. and T.F. in a setup build by P.K., T.F. and 
S.M., who especially helped with the microwave measurements. T.F. and P.K. analysed 
the data, and T.F., J.P.K. and E.M.W. wrote the manuscript.

Additional information
Supplementary Information accompanies this paper at http://www.nature.com/
naturecommunications

Competing financial interests: The authors declare no competing financial interests.

Reprints and permission information is available online at http://npg.nature.com/
reprintsandpermissions/

How to cite this article: Faust, T. et al. Microwave cavity-enhanced transduction  
for plug and play nanomechanics at room temperature. Nat. Commun. 3:728  
doi: 10.1038/ncomms1723 (2012).

License: This work is licensed under a Creative Commons Attribution-NonCommercial-
NoDerivative Works 3.0 Unported License. To view a copy of this license, visit http://
creativecommons.org/licenses/by-nc-nd/3.0/


	Text1: First publ. in: Nature Communications ; (2012), 3. - 728
	Text2: Konstanzer Online-Publikations-System (KOPS)URL: http://nbn-resolving.de/urn:nbn:de:bsz:352-227154


