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Abstract. We study the electromagnetic response of nanostructures to
single-cycle THz excitation by wusing ultrafast electron diffraction.
Although the nanostructures themselves are static, there exist complex sub-
THz-cycle Bragg spot dynamics that relate via time-dependent Aharonov-
Bohm-like phase shifts to the nanoscale electromagnetic potentials.

1 Metamaterials and ultrafast electron diffraction

Significant progress towards nanoscale optical devices with novel functionalities is
currently being made by manipulating electromagnetic waves on a sub-wavelength scale
with so-called metamaterials [1]. As 2D assemblies of building blocks with sub-wavelength
dimensions, metasurfaces [2] obtain their unprecedented functionality from the shape and
periodic arrangement of the structural elements in combination with the corresponding
oscillating nanoscale electromagnetic fields. Thereby, optical effects exceeding the ones
achieved with natural materials can be realized which paves the way for novel imaging and
sensing applications with flat and lightweight optics. Waveform electron microscopy [3]
has been demonstrated to reveal such fields in single resonators. Metamaterials, however,
are typically rather arrays than individual elements and time-resolved electron diffraction
should be a viable approach for understanding the underlying fundamental electrodynamics.

Here, we demonstrate that electron diffraction with sub-excitation-cycle time
resolution can indeed reveal phase maps related to the locally induced electromagnetic
potentials in space and time. We first report on a theoretical framework for relating
measured time-frozen electron diffraction patterns to nanoscale electromagnetic field
distributions, and in a second step support these theoretical findings by some first proof-of-
principle experimental results of a nanostructure array under single-cycle THz irradiation.

2 Concept and experimental pump-probe setup

For this pilot study, wavy periodic structures serving as nanoscale test samples were
fabricated by electron beam lithography. The nanostructures (Fig. 1a, left, in black) block
the electrons while the gaps (blue-violet) allow for transmission. For unit cells smaller than
the transverse coherence of our electron pulses, the de Broglie waves interfere coherently
causing the appearance of a 2D diffraction pattern (Fig. la, right). To study the dynamic

: Corresponding authors: kathrin.mohler@physik.lmu.de, peter.baum@lmu.de

Konstanze©Online-Publikations-Syste(KOPS)
URL: http://nbn-resolving.de/urn:nbn:de:bsz:352-2-fzgh24Ipec

© The Authors, published by EDP Sciences. This is an open access article distributed under the terms of the Creative
Commons Attribution License 4.0 (http://creativecommons.org/licenses/by/4.0/).




EPJ Web of Conferences 205, 08004 (2019) https://doi.org/10.1051/epjconf/201920508004
UP 2018

response of our sample to incident THz radiation, we invoke pump-probe single-electron
diffraction [4]. Single-cycle THz pump pulses initiate collective electronic motion in the
nanostructures. The induced electromagnetic fields are probed in a time-resolved manner
by ultrashort 70-keV electron pulses. An all-optical approach for electron generation, pulse
compression and sample excitation (Fig.1b) provides the required time resolution and
synchronization between the different stages of our setup [5]. Time-compressed electron
pulses with durations much shorter than the excitation cycle ensure that the electrons
capture time-frozen snapshots of the THz-induced electromagnetic field distributions while
passing through the sample. The de Broglie waves of electrons passing through an
electromagnetic field are subject to phase shifts depending on the electron velocity, the
arrival time and the lateral position with respect to the local electromagnetic potentials.
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Fig. 1. Concept for sub-cycle nanodiffraction and experimental setup. (a) Optically induced electronic
motion in nanostructures is probed via time-frozen electron diffraction with sub-optical-cycle electron
pulses. (b) Pump-probe setup for electron diffraction with time-compressed electron pulses.

In diffraction, the phase shifts manifest themselves as intensity changes of individual
Bragg spots originating from the sub-unit cell dynamics, typically accompanied by global
deflection of the entire pattern. Thus, information about the local field distributions inside
the sample at the time of electron transit can be extracted from the diffraction.

3 Theoretical framework

First, we theoretically analyze the interaction of electron pulses with dynamic E and B
fields, aiming for the prediction and interpretation of the expected diffraction phenomena.
The electromagnetic response of our nanostructures to the optical pump pulse is calculated
from the finite-difference time-domain solution of Maxwell’s equations. The resulting
electromagnetic fields are transformed into the corresponding electromagnetic 4-potential.
The expected time-dependent phase shifts acquired by the electrons along their trajectories
are determined by generalizing the Aharonov-Bohm formulas to non-zero electromagnetic
fields [6,7]. We see that magnetic and electric contributions can be distinguished by their
different velocity dependences [3]. Finally, the merged effect of the static nanostructures
and the dynamic electromagnetic fields on the electron diffraction pattern is modelled by
combining a stationary absorption mask [8] with the above-mentioned time-dependent
phase mask, followed by a Fourier transform. For realistic experimental scenarios, this
simulation framework predicts a rich diffraction pattern (as depicted in Fig. 1a), with Bragg
spot intensity changes in the percent range following the dynamics of the THz excitation.

4 First experimental results

Second, we report preliminary experimental data. Figure 2a shows a series of time-resolved
diffraction patterns acquired for different THz-electron time delays. In order to reveal the
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dynamics, we integrated along the y direction, perpendicular to the incident THz
polarization (Fig. 2b). In accordance with the theoretical framework, we see the single-
cycle characteristics of the THz excitation as a global deflection of the entire electron
diffraction pattern, while sub-unit-cell dynamics become evident in the time-dependent
relative intensity changes of the individual Bragg spots. Apart from the Bragg spot
dynamics of interest, there are also some streaking effects in the current data arising from
the tiny deflection angles for 70-keV electrons in combination with Bragg spot broadening
due to the limited temporal resolution of ~150 fs for this particular scan.
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Fig. 2. Experimental time-resolved diffraction. (a) Electron diffraction patterns for different THz-
electron delays. (b) Diffraction results integrated along the y direction showing the single-cycle THz
characteristics in the global deflection and delay-dependent Bragg spot intensity changes.

Shorter electron pulses in the tens of femtosecond range [5,9], an electron gun with a
better spatial coherence and a more collinear excitation geometry with suppressed global
deflection effects should allow for the unobstructed, direct measurement of the
electromagnetic dynamics in our nanostructure array and, according to the simulations
above, also in much more complicated metamaterials. Reducing the electron pulse
durations towards the attosecond regime [10,11] will directly allow for the extension of this
method from THz to optical frequencies, closer to the technologically useful resonances.
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