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The relaxation dynamics of the lattice and low-energy quasiparticles in aYBa,CusO; _, superconductor are
studied by the light reflection technique with femtosecond temporal resolution in a wide temperature range. It
isshown that, for T > T, there exist two temperature regions with qualitatively and quantitatively different exci-
tation dynamics, and the transition between these regionsis of a hysteretic nature. It is aso found that the char-
acter of changes observed in the charge carrier relaxation dynamicsin the superconducting state testifiesto the
presence of an anisotropic gap with nodes at the Fermi surface.

For the past few years, one of the major problemsin
high-temperature superconductivity (HTSc) has been
the study of the physics of the pseudogap state, which

exists in the metallic phase at temperatures TU> T, [1,
2]. Today, this problem seems to be among the most
topical ones in the physics of high-temperature super-
conductivity, and its solution will undoubtedly contrib-
ute to the elucidation of the microscopic mechanism of

HT Sc. The width of the pseudogap state region TH-T,
in the phase diagram depends on the carrier concentra-
tion. It is maxima for underdoped compounds and
decreases to zero at a certain critical carrier concentra-
tion; the latter is somewhat higher than the concentra-
tion at which the critical temperature T, is maximal.
Recent theoretical papers suggest an inhomogeneity of
the pseudogap phase and the existence of the tempera-
ture crossover, which separates the regions of the
pseudogap states with different dynamic properties of
quasiparticles [3-5]. Progress in laser technology has
made it possible to decrease the laser pulse duration
down to a few femtoseconds, and this has opened up
new research prospects by making studies of quasipar-
ticle dynamics and lattice vibrations accessible in real
time. Such studies, whose typical exampleisthe pump-
ing technique with subsequent probing by two laser
pulses separated in time, are actively performed on
HTSc systems [6-9]. The understanding of the mecha-
nism underlying the establishment of equilibrium after
its perturbation by alaser pulse gives an insight into the
characteristic features of the dynamics of charge carri-
ersand crystal lattice excitations, aswell asthe dynam-
ics of their interaction. Using the pumping—probing
technique, we performed detailed studies of the relax-
ation dynamics of the lattice and charge carriersin the
temperature range covering both superconducting and

pseudogap states. The aim of our studies was to deter-
mine the degree of homogeneity of the phase diagram
regionfor T>T.andto revea the characteristic features
of the superconducting state.

The studies of the optical response were performed
on an optimally doped (T, = 88 K) epitaxia film of
YBa,Cu;0,_, (Y123) grown on a SrTiO; substrate.
The film thickness was 350 nm, and its ¢ axis was per-
pendicular to the substrate plane. The sample was
placed in an optical helium cryostat, which allowed the
measurements in the temperature range 4-310 K. The
measurements in the time domain were done using a
fast scanning system [6] and sapphire titanate laser
pulses (A = 780 nm) with a duration of less than 50 fs
and a repetition frequency of 78 MHz. The polariza-
tions of the exciting and probing pulses were orthogo-
nal to each other and lay in the film plane. In the exper-
iment, the differentia reflection from the excited and
nonexcited samples, AR(t) = R(t) — R,, was measured as
afunction of timet between pumping and probing in a
wide temperature range.

Figure 1 shows a typical optical response obtained
from the excitation and subsequent probing of theY 123
film by the femtosecond pulses. The excited electron
state relaxes to the equilibrium state within the time of
order of picoseconds. The decay of the photoinduced
differential reflection has a non-exponentia character
and may be described by a sum of two, fast and slow,
exponentials: AR/Ry = A(T)exp(—t/t,) + B(T)exp(-t/1g).
Fast oscillations shown in theinset in Fig. 1 and associ-
ated with the coherent phonons[6, 7] are superimposed
on this electronic decay. For the identification of the
phonon modes, the data obtained in the time domain
were numerically transformed to the frequency domain
by using the fast Fourier transform. This paper studies
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both the oscillatory component of the optical response
caused by the excitation of coherent optical phonons
and the nonoscillatory response related to the charge
carrier relaxation.

In the superconducting state, two fully symmetric
phonon modes generated by the corresponding dis-
placements of the Baand Cuions (see Fig. 2) [6, 7] are
detected in the spectrum of coherent phonons. An
increasein temperature leadsto adecreasein the ampli-
tude of the Ba mode. Therefore, the Cu mode domi-
nates in the spectrum in the vicinity of the supercon-
ducting transition, which can be easily traced by com-
paring the amplitudes of the coherent phonons related
to Ba and Cu. At helium temperatures, the electron
relaxation is governed by the slow component, which
demonstrates a weak singularity at T.. The quantity
AR/R, continues decreasing above T,; however, at tem-

peratures above T > T; = 160 K, the photoinduced
response abruptly changes its behavior. The fast com-
ponent of the electron relaxation exhibits a change of
sign and reduces to a peak whose duration does not
exceed that of the laser pulse. The slow component also
changes sign and considerably slows down. Simulta-
neoudly, the spectrum of coherent phonons changes,
becoming similar to the spectrum observed in the
superconducting state. A further increase in tempera-

ture above T, = 220 K results in the recovery of the
character of the photoinduced response observed in the
temperature range T.—T7 . Interestingly, the tempera-

tures T; and T corresponding to sharp changesin the

relaxation dynamics of charge carriers and crystal lat-
tice exhibit a hysteretic character. When approaching
the superconducting transition from above, the changes

in the photoinduced response are observed at T = 175K

and T =115K. Theresults obtained for the relaxation
dynamics of the charge carriers and lattice are summa-
rizedin Fig. 3.

The idea of the inhomogeneity of the pseudogap
state of HTSc was deduced theoretically and may be
explained as a consequence of the local pairing and
delocalization of the electron pairs[5]. In addition, the
inhomogeneous state may originate from weak and
strong regimes of the almost antiferromagnetic Fermi
liquid [4] or from the formation of a charge inhomoge-
neity (stripe fluctuations) with the subsequent appear-
ance of superconductivity in individual stripes[3]. The
results obtained do not alow one to give preference to
either of the above models. First of all, thisisrelated to
the fact that the hysteretic behavior has been predicted
by none of the models; it still remains unclear whether
different models differ from each other and have any
fundamental limitations in this respect. However, cer-
tain features of the relaxation dynamics may be
explained by each theory. For example, the accel eration
of the fast component and deceleration of the slow
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Fig. 1. Time-resolved differentia reflection AR/Ry (on a
logarithmic scale) for Y Ba,Cuz0; _ a room temperature.
The dashed lines show the fast and dow relaxation chan-
nels. The inset magnifies the oscillations caused by the
coherent phonon excitation.
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Fig. 2. Temperature dependence of the time-resolved differ-
ential reflection AR/R,. The Fourier transforms of the oscil -

latory parts are shown on the right of each transient curve.
The two pronounced peaks at frequencies of 3.5 and
4.5 THz correspond to the fully symmetric Ay phonons gen-

erated by the Baand Cu ion displacements.

component within the temperature range T =T, may
be evidencefor the appearance of local short-lived elec-
tron pairs whose constituents are localized. The disap-
pearance of (decreasein) theslow component at T< T
may beinterpreted as the beginning of the electron pair
motion over the crystal. The similarity of the coherent
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Fig. 3. Parameters of the relaxation dynamics of the excita-
tions and lattice versus the temperature. The circles corre-
spond to the data obtained with decreasing temperature, and
the crosses, with increasing temperature. (a) Ratio of the
phonon amplitudes of the Ba and Cu modes in the peri-
odogram; (b) extremum of the differential reflection
(AR/'Rg)max; (€) fast relaxation time; and (d) slow relaxation
time.

phonon spectra for the temperature ranges T;—T, and

T < T, aso supports the hypothesis of the formation of
local electron pairs, because the increase in the Ba
phonon amplitude is usually attributed to the breaking
of Cooper pairs [6, 7]. However, in the range T;-T,,
where, according to the theory in [5], the pairs already
move over the crystal, the spectrum of coherent
phonons exhibits a similarity to the spectrum observed

a temperatures above the second crossover T5. 1t
remainsunclear why the delocalized but still incoherent
pairs cease interacting with the lattice, whereas the
localized pairs and Cooper pairs, which constitute the
superconducting condensate, demonstrate this kind of
interaction. Nevertheless, the similarity of the coherent
dynamics of thelatticein the pseudo-gap and supercon-

ducting states enables one to assume that the electron—
phonon interaction is needed to explain the experimen-
tal data. As an alternative explanation, the upper cross-
over could be assigned to the beginning of the weak
regime of the pseudogap state, when the hot spots start
appearing at the Fermi surface. The lower crossover
then could be attributed to the appearance of the strong
regime, in which the Fermi surface starts loosing its
parts in some regions of the momentum space [4].
However, the changes in the coherent phonon spectrum
can hardly be explained in terms of an amost antiferro-
magnetic Fermi liquid.

In contrast to the pseudogap state, the superconduct-
ing state exhibits no hysteresis, and the characteristics
of the relaxation dynamics coincide within the experi-
mental error for both increasing and decreasing temper-
ature. Thisresult is quite natural, because the supercon-
ducting transition in the absence of a magnetic field is
of second order, whereas the hysteresisis characteristic
of thefirst-order transitions only. However, it should be
noted that the ratio between the slow (B) and fast (A)
components in the superconducting state is tempera-
ture-dependent (it increases as T decreases). The fact
that the slow component predominatesin the supercon-
ducting stateis determined by the appearance of the gap
in the spectrum of excitations. Breaking the Cooper
pairs with alaser pulse leads to the appearance of qua-
siparticleswhose relaxation is determined by the relax-
ation of the superconducting gap to the equilibrium
state. If we attribute the fast dynamicsto the carriersin
the cold spots, which are located at the diagonals of the
Brillouin zone, and the slow dynamics, to thecarriersin
the vicinity of the hot spots, which are located at the
zone faces where the superconducting gap takes its
maximal values, we should expect that the supercon-
ducting gap continues breaking the Fermi surfacein the
superconducting state as well. Such an association of
the two different dynamic times with the quasiparticle
positions in the Brillouin zone is supported by the fol-
lowing experimental fact [10]: it was found that the
dependence of the slow component on the pumping
power exhibits a saturation, whereas no saturation is
observed for the slow component, whose amplitude
grows linearly with the power of the exciting pulses.
This fact enables us to attribute the slow component to
the breaking of Cooper pairs, whose density isfinitein
the condensate, and to assign the fast component to the
guasiparticles in the vicinity of the nodes of the super-
conducting gap. The variation of the ratio B/A in the
superconducting state testifies to (1) the existence of
nodes of the superconducting gap, because the fast
component is finite at the lowest temperatures, and
(2) the dependence of the anisotropy of the gap on tem-
perature, which dramatically disagrees with the predic-
tions of the Bardeen—Cooper—Schrieffer theory, in
which the anisotropy of the gap is found to be temper-
ature-independent as aresult of the factorization of the
wave vector and temperature in the equation for the
superconducting gap [11]. The conclusion that an



anisotropic superconducting gap with nodes at the
Fermi surface exists agrees well with the experimental
results obtained by other optical techniques [11],
although it differs from the data on the gap obtained
from earlier time-resolved measurements [8].

Thus, by using the pumping—probing technique with
femtosecond resolution, we observed two temperature
crossovers in the normal state of an optimally doped
Y123 high-temperature superconductor. The cross-
overs manifest themselves as sharp changes in the
relaxation dynamics of the charge carriers and the lat-
tice and exhibit a hysteresis in temperature. The exist-
ence of such crossovers testifies to the inhomogeneity
of the pseudogap state. In addition, we have found that,
in the superconducting state, the energy gap has nodes
and its anisotropy depends on temperature.
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