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Compact coherent anti-Stokes Raman scattering
microscope based on a picosecond

two-color Er:fiber laser system
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We present a compact coherent anti-Stokes Raman scattering microscope based on a widely tunable pico-
second Er:fiber laser. Intense and bandwidth-limited 1 ps pump pulses at a center wavelength of 775 nm are
generated via frequency mixing within the broadband fundamental at 1.55 µm. Narrowband Stokes pulses
are obtained by frequency shifting of solitons in a highly nonlinear bulk fiber and subsequent second-
harmonic generation. The tuning range from 850 nm to 1100 nm gives access to vibrational resonances be-
tween 1150 cm−1 and 3800 cm−1. A first imaging application in the spectral region of CH stretch vibrations
is demonstrated. © 2009 Optical Society of America
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Coherent anti-Stokes Raman scattering (CARS) mi-
croscopy is a novel type of vibrational microscopy. It
allows the creation of molecular selective contrast
without the need for external labeling. Therefore it
recently stirred much interest for biomedical applica-
tions [1–3]. In order to obtain a CARS signal it is nec-
essary to temporally and spatially overlap two pulses
with frequencies �P and �S. With tight focusing using
high numerical aperture objectives, the CARS signal
is generated efficiently in a collinear excitation geom-
etry, and high three-dimensional spatial resolution is
readily achieved [4]. If the frequency difference be-
tween pump and Stokes, �P−�S, matches a Raman-
active resonance, a blueshifted and intense anti-
Stokes signal is emitted at �AS=2�p−�s. Ideally, the
linewidth of the used pump laser matches the typical
width of vibrations in condensed phase, i.e., approxi-
mately 10 cm−1. The most straightforward implemen-
tations of CARS microscopy are therefore based on
excitation with picosecond pulses of relatively small
bandwidth. Existing two-color picosecond systems
are, however, expensive and too complicated to be op-
erated in a nonspecialist environment [5–8]. In order
to decrease the complexity of the excitation laser sys-
tem, several approaches based on fiber laser technol-
ogy have been proposed [9–11]. These systems are
working with broadband femtosecond excitation and
spectral filtering of the emission. In a different ap-
proach, picosecond Yb:fiber lasers have recently been
used to pump an optical parametric oscillator in
CARS microscopy [12].

In this Letter, we present a two-color picosecond
Er:fiber laser that was developed as a compact, cost-
effective, and highly stable light source for CARS mi-
croscopy (Fig. 1). A mode-locked Er:fiber oscillator
[13] at a repetition rate of 40 MHz provides seed
pulses for two parallel femtosecond amplifier stages
[14]. Each Er:amplifier is bidirectionally pumped

with two 980 nm laser diodes of an output power of
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750 mW. In a single pass through the amplifier, the
average power of the femtosecond pulse train in-
creases to 330 mW for each branch, corresponding to
a pulse energy of 8.25 nJ. Because the pulses of both
amplifiers originate from the same seed source, they
are synchronized with attosecond precision [15]. In
order to achieve maximum stability as well as turn-
key operation, the system operates exclusively with
polarization-maintaining components. After the am-
plifiers, the pulses are coupled out to free space and
compressed to a minimum duration of 130 fs in an
adjustable silicon prism sequence.

The first amplifier branch is designed to deliver the
pump pulses for the CARS process. In order to match
typical dephasing times of molecular vibrations in
the liquid phase [16], we are aiming at bandwidth-
limited transients with a duration of 1 ps. To this
end, the amplifier output is focused into a periodi-
cally poled lithium niobate (PPLN) crystal for second-
harmonic generation. High conversion efficiencies
close to 30% are achieved owing to sum frequency
mixing of spectral regions symmetric to the center
wavelength of the fundamental [17]. The optimum
crystal length for generation of 1 ps pulses is calcu-

Fig. 1. (Color online) Schematic setup of the laser system.
OSC, fs-Er:fiber oscillator; EDFA, erbium-doped fiber am-
plifier; Si PC, silicon prism compressor; HNF, highly non-
linear germanosilicate fiber for frequency conversion; Ge,
50-µm-thick germanium plate for dispersion management
(optional); PPLN, periodically poled lithium niobate crys-
tal; VDL, variable delay line; DBC, dichroic beam

combiner.
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lated to be 10 mm [18]. Spectra of the pump pulses
and the corresponding nonlinear autocorrelation
trace are depicted in Fig. 2. The form of the autocor-
relation is approximately triangular, indicating a
rectangular pulse shape with slightly smoothed
flanks. Therefore, we deduce a pulse duration equal
to the FWHM of the autocorrelation trace of 1 ps. The
spectral width of the pump amounts to 11 cm−1. We
achieve an average output power of 95 mW corre-
sponding to a pulse energy of 2.4 nJ at 775 nm. The
pulse durations are about 5 times shorter than that
of commercial OPOs used for CARS microscopy,
which leads to more efficient signal generation.

In the second branch (see Fig. 1) we generate tun-
able Stokes pulses. For a first frequency conversion
step, the compressed amplifier output is coupled into
an assembly of a standard telecom fiber spliced to a
highly nonlinear fiber. In this way, the fundamental
pulse at 1.55 µm is split into a dispersive wave shift-
ing towards the visible and a solitonic part at longer
wavelengths [19]. By varying the input chirp of the
driving pulses by translating one prism in the Si
compressor we can tune the center wavelengths of
these two components [20]. Compared to OPOs, the
wavelength of the Stokes pulse can be changed much
faster in this way. In order to obtain narrowband ra-
diation with high power spectral densities we fre-
quency double the soliton part of the tunable super-
continuum in a 12-mm-long PPLN crystal with fan-
out grating design [21]. By adjusting the center
frequency of the soliton and the position of the PPLN,
the Stokes wavelength is tuned from 850 nm to 1100
nm (Fig. 3). Spectral changes of several hundred
wavenumbers are achieved solely by changing the
PPLN position. Since the soliton from the highly non-
linear germanosilicate fiber is almost bandwidth lim-
ited with a slightly negative chirp, no dispersion com-
pensation is necessary before focusing into the
second-harmonic generation crystal for target wave-
lengths from 850 nm to 950 nm. Lithium niobate ex-

Fig. 2. (Color online) Spectral intensity of the picosecond
pump pulses versus wavelength (a) and nonlinear autocor-

relation trace (b).
hibits a zero crossing of the group velocity dispersion
at 1900 nm. Therefore, an additional dispersive ele-
ment has to be included for optimum efficiency of
generation of wavelengths longer than 950 nm. We
use a 50-µm-thin freestanding Ge window under the
Brewster angle in order to induce the correct pre-
chirp before the PPLN. Over the full Stokes beam
tuning range we obtain narrowband emission with
average powers between 2.7 mW and 18.8 mW (Fig.
3).

In order to demonstrate CARS microscopy with the
new excitation source, we imaged a mixture of poly-
styrene (PS) beads (6 µm diameter) and polymethyl-
metacrylate (PMMA) beads (1–10 µm diameter),
which were deposited on a glass cover slip. PS con-
tains both aromatic and aliphatic CH, whereas
PMMA contains only aliphatic CH. Thus, both types
of beads can be distinguished based on their vibra-
tional spectra as shown in Fig. 4. To date, CARS mi-
croscopy has mainly been applied in biological inves-
tigations. These are also possible with the laser
source presented here, as is demonstrated with the
imaging of lipid distribution in live C. elegans [Fig.
4(c)]. In both cases, the Stokes wavelength is com-
bined with the pump pulses in a dichroic beam split-
ter and the temporal overlap between the two pulses
is controlled by a variable delay line. The sample is
raster scanned in the focus of a home-built sample
scanning microscope employing an xyz piezo stage.
Excitation light is focused with an air objective (40�,
NA 0.7). The CARS emission is collected in transmis-
sion with a second air objective (10�, NA 0.4). Exci-
tation light is filtered out with a combination of three
short-pass filters, and the signal is detected with an
avalanche photodiode. It should be noted that, apart
from its simplicity and low price, the fiber laser used
here offers two distinct advantages over commer-
cially available optical parametric oscillator based pi-
cosecond laser systems. These are fast tunability and
pulse lengths of 1 ps, which ideally match the width
of vibrations. Whereas commercial systems have
pulse durations of 5 ps and longer, the shorter pulses

Fig. 3. (Color online) Spectral power of the tunable Stokes
pulses versus wavelength. The spectra from 960 nm to
1100 nm are generated using a 50-µm-thin Ge Brewster
plate for dispersion management before frequency dou-
bling. Average output powers at various wavelength posi-
tions are indicated.
used here drive the CARS process most effi-
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ciently while still offering the best possible spectral
resolution.

In conclusion we have demonstrated a turn-key
and compact laser source for picosecond CARS mi-
croscopy based entirely on telecom-compatible Er:fi-
ber technology. Intense pump pulses at 775 nm and
widely tunable Stokes pulses are generated. This sys-
tem allows to probe vibrational transitions with fre-
quencies between 1138 cm−1 and 3812 cm−1. The
pulse energies of 2.4 nJ in the pump and up to 0.47
nJ in the Stokes branch render fast scanning imple-
mentations readily accessible.

This work has been supported by Carl Zeiss AG

Fig. 4. (Color online) (a) and (b) Microscopic CARS image
of a mixture of PS and PMMA beads on a glass slide. (a)
Imaging of the aliphatic CH stretch vibration resonance at
2950 cm−1 and (b) the aromatic CH stretch vibration at
3050 cm−1. (c) Imaging of the lipid distribution in live C. el-
egans at 2845 cm−1.
and TOPTICA Photonics AG.
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