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Abstract. We investigate TiNx layers deposited via RF magnetron sputtering on their efficacy 
as a diffusion barrier layer between Al and tunnel oxide passivated contact layer stacks during 
contact formation in a fast firing process. We obtain implied open-circuit voltage (iVOC) from 
photo-conductance decay measurements in order to analyse the diffusion barrier quality for 
different parameter variations. In particular, we show the impact of both higher peak tempera-
ture and increased thermal budget (by decreasing the slope of the temperature ramp) on iVoc 
during the sintering (“fast firing”) process, leading to passivation quality losses. iVOC losses 
below 1.5% are shown for peak firing temperatures up to 725°C, with absolute values up to 
717 mV after firing. Contact formation at this temperature yields median contact resistivity (ρc) 
values below 3 mΩcm2 with a sheet resistance (Rsheet) of about 40 Ω/□ for the Ti-based layers. 
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1. Introduction

Solar cell concepts with passivating contacts, in particular TOPCon cells (cells with tunnel ox-
ide passivated contacts) which allow for high open circuit voltages and therefore conversion 
efficiencies up to 28.7% [1] (above 26% already achieved [2], [3]), rely heavily on the use of 
Ag electrodes. Considering the limited Ag supply, a large reduction in Ag consumption per 
Watt produced is necessary to keep up with increasing energy demand and PV deployment 
roadmaps [4]. This can be achieved with a general Ag reduction (e.g. via electrode geometry 
adjustment), or by replacing Ag-based metal contacts with an entirely different highly conduc-
tive material, such as Al or Cu. Al-based contact setups, in which alloying of Si and Al is typical, 
have been used extensively in Si-based solar cell concepts (e.g. passivated emitter and rear 
cells (PERC)) [5], [6]. In this work, however, the goal is to prevent this interaction, so as not to 
impact the phosphorus-doped high-low junction as well as the interface SiOx on the Si wafer 
surface. In order to maintain the surface passivation quality of a passivating contact comprised 
of SiOx and (n)poly-Si:P while still achieving low series resistance contributions from a con-
ventional Al-paste for PERC applications, in this work, a diffusion barrier is introduced. Ti-
based layers, such as stoichiometric TiN, have been shown to act as a diffusion barrier against 
Al up to 550°C [7], [8], [9] and Si up to 800°C [10] for long durations (30 min). In this work, we 
investigate Ti-based diffusion barrier layers, deposited with RF magnetron sputtering, enabling 
contact formation in a fast-firing process while preventing significant passivation losses of the 
high-low junction. 
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2. Methods 

Phosphorus- (10 Ωcm) and boron-doped (1 Ωcm) diamond-wire sawn Czochralski(Cz)-Si wa-
fers were laser cut into 50x50 mm2 square samples. After saw-damage removal in potassium 
hydroxide (KOH) at 80°C, the samples were pre-cleaned in an ozone and a piranha-etch so-
lution. Both steps were followed up by a short HF-dip. SiOx was then thermally grown in O2-
atmosphere at 625°C for about 10 min. All wafers were subsequently coated with an amor-
phous silicon (a-Si) layer (100 nm) on both sides in a plasma-enhanced chemical vapor depo-
sition (PECVD) process comprised of SiH4, H2 and PH3 for in-situ doping. The a-Si layers were 
then crystallized in an N2-atmosphere at 920°C for 30 min, forming the (n)poly-Si:P layer. After 
crystallization, the samples were coated on the front side with hydrogenated silicon nitride 
(SiNx:H) in a PECVD process (75 nm). TiNx barrier layer deposition (35 nm) on the rear side 
was then achieved via reactive radio frequency magnetron sputtering from a Ti-target in an Ar-
N2-plasma (N2 as reactive gas component for layer formation) at room temperature. In order 
to prevent further oxidation of the barrier layers during subsequent steps at elevated tempera-
tures, an additional a-Si layer (40 nm) was deposited on samples with (n)poly-Si:P via sputter-
ing without a vacuum-break to create a TiNx/(i)a-Si layer stack. Additionally, float-zone(FZ) Si 
and quartz glass platelets were coated with a TiNx single layer as reference samples used for 
electrical and optical characterization methods. Samples with and without barrier layers were 
then screen-printed on the rear side with Al paste, dried at 200°C for 400 s. A full-area screen-
printing mask was used to contact samples with an n-type base. The samples were then sin-
tered for contact formation in a fast firing process at 700-800°C peak temperature measured 
on the wafers. The Al metallization of the samples was removed in HCl-solution to enable 
photo-conductance decay measurements. The samples with p-type base were processed 
analogously up to printing, where they were selectively printed with an array of 60 µm x 9.5 mm 
electrodes for measurements, using the transfer-length method in order to determine the im-
pact of the barrier layer on contact resistivity. Each set, consisting of 8 variably spaced elec-
trodes, was printed within 1 of 20 laser-cut areas in order to electrically isolate it from the rest 
of the sample area. Electrical and optical properties were verified by ellipsometry (fit of layer 
thickness d based on Lorentz oscillator models) and four point-probe as well as Hall effect 
measurements of the Ti-based layer and electrochemical capacitance-voltage (ECV) of the 
(n)poly-Si:P layers. 

3. Results 

3.1 Electrical and optical properties 

Fig. 1 depicts electrical and optical properties of TiNx layers deposited on FZ-Si and quartz 
glass platelets of about 20x20 mm2 at varying plasma conditions. The N2 content in the gas 
flow was varied, where RN2 = 100% - RAr. Hall effect measurements were used to obtain 
charge carrier mobility and bulk concentration of the layers, as shown in Fig. 1(a). The overall 
high charge carrier concentration combined with high mobility results in a suitably conducting 
layer (Rsheet ~ 40 Ω/□) for lateral conductance parallel to the (n)poly-Si:P in a passivating con-
tact. Furthermore, the electrical layer properties can be controlled by the N2-content in the gas 
flow during sputtering. Stoichiometric layers typically present the highest conductivity, which is 
in line with the data presented in this study [11]. Optical properties were obtained via ellipsom-
etry measurements fitted with a system comprised of one Drude and two Lorentz oscillators, 
further indicating mostly metallic behaviour of the layers. The high bulk concentration of free 
charge carriers will give rise to free carrier absorption, further consolidated by the extinction 
coefficients shown in Fig. 1(b). Only a slight dependence on the N2 flow during deposition is 
observed for the k value (absorption), while the refractive index n changes more significantly. 
Generally, the dependence of optical and electrical properties on N2 flow is expected, since it 
can be used to influence orientation of the layer and grain size, which in turn are expected to 
have significant impact on the electrical properties shown [11]. Charge carrier concentrations 
obtained from Drude model oscillators show similar values to the ones obtained from Hall 

2



Gapp et al. | SiliconPV Conf Proc 2 (2024) "SiliconPV 2024, 14th International Conference on Crystalline Silicon 
Photovoltaics" 

measurements, indicating free carrier absorption. 
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Figure 1. (a) Charge carrier concentration, charge carrier mobility and (b) optical constants of reac-
tively sputtered TiNx layers. 

3.2 Surface Passivation of Passivating Contact with Al Diffusion Barrier 

Fig. 2 shows iVOC values after typical fast firing contact formation, with and without Al paste 
applied. Changes in iVOC on samples without metallization remain below 10 mV (1.5%) for all 
samples. For samples with metallization, a direct dependence of the surface passivation losses 
on the peak firing temperature can be observed. Reference samples with Al metallization and 
without barrier layers could not be properly measured after firing, likely due to alloying of Al 
and Si and subsequent massive decrease of the surface passivation. Increasing the thermal 
budget by decreasing the slope of the temperature ramp during heat up at constant peak tem-
perature leads to larger iVOC losses (not shown in Fig. 2). In order to prevent a barrier break-
down at temperatures necessary for contact formation, a steep slope of the temperature ramp 
is therefore beneficial [12]. 
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Figure 2. iVOC measurements for non-metallized and metallized samples for different peak tempera-
tures during fast firing. 
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3.3 Influence of Al Diffusion Barrier on ρC 

Fig. 3 (left) shows contact resistivity values derived from TLM measurements for two similar Al 
pastes from different manufacturers for PERC solar cell application. Both pastes were screen-
printed onto barrier layer protected samples with p-type base, as described in section 2 and 
yield comparable contact resistivity values, with paste B showing slightly lower values. Both 
paste systems allow for values around 1 mΩcm2, with median values below 3 mΩcm2. Al-
though the sample structure used in this experiment does not fully comply with standard TLM 
theory, accompanying finite element simulations of the measurement show that these values 
are representative for the contact resistivity from the screen-printed Al to the TiNx barrier layer. 
Sheet resistance extracted from TLM measurements are between 20-30 Ω/sq, which is below 
Rsheet,TiNx and Rsheet,poly-Si:P, and corresponds well to parallel conduction in both layers. If lateral 
conductivity equally takes places through both the TiNx barrier layer and (n)poly-Si:P, this in-
dicates that the TiNx/(n)poly-Si:P interface does not limit current transport significantly. The 
TiNx barrier layer seems to be intact after firing at 725°C, as can be seen from the scanning 
electron microscopy (SEM) image in Fig. 3 (right). In this particular image, the TiNx barrier 
thickness was higher (~50 nm) due to variation during sputtering. The apparent delamination 
of the barrier as well as the only partial visibility of the (n)poly-Si:P layer is likely a result of the 
cleaving during sample preparation. No significant inverted pyramid formation could be found 
for samples coated with the barrier layer. 
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Figure 3. Left: Contact resistivity of samples printed with two commercially available Al-pastes directly 
on the barrier layer for two different pastes, fired at 725°C. Right: Scanning electron microscopy image 

of cleaved cross-section of samples with Ti-based diffusion barrier (~50 nm) and screen printed Al. 

4. Conclusion 

It could be shown that a TiNx layer can be introduced into a passivating contact concept with 
only minimal detrimental effects on contact resistivity and surface passivation. The efficacy of 
Ti-based dielectrics as diffusion barrier in passivating contact concepts could be demonstrated. 
A barrier layer of about 35 nm thickness can be used to effectively limit passivation losses due 
to screen-printing and firing of Al paste up to 725°C firing temperature during contact formation, 
with up to iVOC = 715 mV after firing samples with full-area metallization at Tfiring,peak = 725°C. 
A dependence on the firing profile further indicates the diffusion barrier properties of TiNx to be 
dependent on thermal budget. No inverted pyramids could be found in SEM for samples fired 
at 700°C. Median contact resistivity in the applicable peak firing temperature window is shown 
to be below 3 mΩcm2 with barrier sheet resistance as low as 40 Ω/□. 
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