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Definedmolecular structures composed of organic/biological

and inorganicmaterials as well as their functional assemblies are

of great importance in the developing field of nanobiotechno-

logy. They show a great potential in designing new materials

with advanced photonic, electronic, and magnetic properties for

applications in science, technology, and medicine. A major

advantage of bio-based building blocks is due to the fact that

they tend to have amultifunctional character. Multifunctionality
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Conjugation of quantum dots (QDs) with proteins is applicable for biosensing and imaging in
biomedical applications but also for the confined assembly of various nanostructures. Here, the
conjugation of CdSe QDs ranging from 2.5 up to 9.5 nm with Hcp1, a yoctowell forming hexameric
core protein of Pseudomonas aeruginosa, is described. Defined structures ranging from single QDs
trapped within the donut-shaped hexameric protein cavity over ‘‘globular’’ multi-toroid architectures
up to photonic wires of 850 nm in length and 9 nm in width are self-assembled while preserving the
native hexameric structure of the protein conserving the photoluminescence intensity of the QDs in
aqueous solution for more than 3 month.
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combined with precise molecular structures (sequence and

three-dimensional shape) is a prerequisite to design complex

functions and selective interactions in complex systems. We

therefore designed complex protein-building blocks with

defined shapes in the range of 10nm modified with specific

functionalities oriented at precise 3D-positions. Possible applica-

tions of photonic systems in bionanotechnology may span the

range from light converting systems to fluorescent bioconjugates

such as bio-functionalized quantum dots (QDs).

In order to use the great potential of QDs in biomedical

applications they need to be bio-functionalized, water soluble,

prevented from photoluminescence quenching in aqueous

solution and non-toxic. Different methods can be applied to

access QDs that are stable in aqueous solution. Examples

include polymeric coatings introducing hydrophilic or

electrical charges and signal sequences.[1] Moreover, nano-

crystals can be made hydrophilic by surface coatings carrying

different functional groups, exhibiting reactivity toward the

nanocrystal at one side and rendering them water soluble on

the other side. Often, thiol groups are used to bind the QDs,

whereas carboxylic groups facilitate the solubility in aqueous

solution.[2,3] Besides capping CdSe QD with different organic

ligands or polymers, another evolving method is bioconjuga-

tion which also renders QDs water soluble.[4] Toxicity of CdSe

toward cells also depends on surface coatings, which affect the

amount of Cd2þ released to the cell medium.[5,6] To prevent

the harmful Cd2þ liberation appropriate coatings like poly-

ethylene glycol or a ZnS shell in combination with BSA

proofed to reduce cytotoxicity tremendously.[6,7] But also

CdSe QDs functionalized with elastin like proteins displayed

no toxicity toward cells.[8] Bio functionalization of QDs with

proteins, peptides or DNA for various applications has

become increasingly important over the past decade.[9–12] A

few demands need to be full filled for bioconjugation.[13] The

bound nanoparticle should not impair the nature of the

protein and and its photoluminescence should not be

quenched by the bio molecule. Moreover, attaching a defined

number of biomolecules is desirable to control the number of

linkage sites to the QD. Furthermore, bio labeling applications

in cell biology can be improved via protein or peptide

modification and ought to facilitate membrane permeability.

1. Experimental

Synthesized CdSe QDs of different sizes and the Hcp1 pore

protein from Pseudomonas aeruginosa were used for defined

bioconjugation experiments presented here. Hcp1 is a ring

shaped homo-hexameric pore protein, which was first

described by Mougous et al.[14] The 112 kDa protein has an

outer diameter of 9.0 nm, an inner diameter of 4.0 nm and a

height of 4.4 nm (Figure 1). Each subunit contains one

genetically encoded cysteine at position Q54C and one

C-terminal His6-tag (in the paper referred to as Hcp1).

Hcp1 was expressed in large scale in Escherichia coli BL21

stain, grown in a 7L fermenter and purified via a Ni-NTA

column with a yield of 0.15mg �ml�1 cell culture.

During a routine preparation, CdSe QDs with diame-

ters< 7 nm were synthesized at 300 8C from Cd-stearate and

trioctylphosphine-selenide (TOPSe) precursors in an organic

matrix consisting of trioctylphosphine-oxide (TOPO) and

hexadecylamine (HDA) using a hot injection method

described in detail recently.[15] A small modification was

made to the 300 8C hot injection method for obtaining the

9.5 nm sized QDs [see Supporting Information]. After

synthesis photoluminescence (PL), absorption and concentra-

tion were assessed according to the method described by Yu et

al.[16] During the phase transfer reaction, the differently sized

CdSe QDs (2.5, 3.5, 4.5, and 9.5 nm in diameter) in various

organic solvents incubated with the Hcp1 containing buffer

solution by stirring or shaking at room temperature. After the

reaction, the lower QD-Hcp1 conjugate containing buffer

phase was separated very carefully from the upper toluene

phase. PL was recorded for the bioconjugates containing

water phase and the unreacted QDs in the organic phase. To

maximize the yield of PL and bioconjugate stability, various

experimental conditions were tested, such as: different

QD-ligands (pyridine, HDA), different organic solvents

(toluene, DMSO, and chloroform), and varying reaction

times. In order to control the assembly process of the

bioconjugate and the type of nanostructures yielded, different

QD sizes and different Hcp1 variants were tested. The

QD-Hcp1 conjugates and the formed structures were

characterized via PL, transmission electron microscopy

(TEM), fluorescence microscopy, circular dichroism

(CD)-spectroscopy, and intrinsic tryptophan fluorescence.

Size distribution was assessed by sodium dodecyl sulfate—

polyacrylamide gel electrophoresis (SDS-PAGE)-and native

gel electrophoresis. For detailed information please see the

Supporting Information.

For the conjugation experiments two different mutants

were deployed: Hcp1Q54C (Hcp1) (Figure 1A) and

Fig. 1. (A) Interaction scheme of Hcp1 and 4.5 nm QDs (red), 2.5 nm QDs (green) and
9.5 nm QDs (brown) with an HDA ligand trapped via thiol-QD interactions inside the
cavity. (B) Model of Hcp1 and 9.5 nm QDs (brown) forming toroid like structures.
(C) Assembly model of Hcp1Cys3 and 9.5 nm QDs to biohybrid fibers.
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Hcp1Q54C-G91C-N159C (referred to as Hcp1Cys3)

(Figure 1C). Cysteins introduced at the inner cavity surface

(Figure 1A Q54C marked as yellow dots) facilitated the

specific QD-binding and incorporation into the toroid protein.

Due to the strong interaction between semi-conductor QDs

and thiols[17,18] QDs bind preferentially to the thiols placed at

the center of the toroid hexameric Hcp1. To guide the

directional assembly of bioconjugates, a new variant was

designed. Additional cysteines were introduced at the upper

and lower rim of the toroid (G91C and N159C, marked as

yellow dots in Figure 1B) to create new sites for a potential QD

attachment and new structures (Figure 1C).

2. Results and Discussion

The phase transfer reaction was conducted in different

solvent mixtures. While shaking or stirring the organic solvent

with the buffer phase, the QDs interact with the Hcp1 protein

and transfer from the organic phase into the aqueous phase.

Differently structured bioconjugates between Hcp1 and the

QD are formed while a partial ligand exchange (e.g.,

HDA!Hcp1) can be assumed. The PL of the differently

sized Hcp1-QD conjugates is detectable in the water phase at

the appropriate wavelength. After conjugation, no shift

between the maximal PL of conjugates in the water and the

QDs in the toluene phase is observed as reported elsewhere

for some conjugates.[17] For both, the toluene and the buffer

phase, the PL is constant for the 2.5 nm QD at 530 nm (not

shown), 3.5 nm at 581 nm, 4.5 nm at 610 nm, and the 9.5 nmQD

at 671 nm (Figure 2). For all used sizes in toluene and buffer as

well, the full-width at half-maximum of the PL peak is below

45nm, which indicates a narrow size distribution of �0.5 nm

for the QDs before and after binding to Hcp1. While shaking

the phase transfer reaction at 800 rpm the PL was measured

after 2, 15, 20, and 44h. The maximal PL intensity of the

conjugates was reached after 20 h reaction time. Especially for

the 9.5 nm QD it was observed that QDs in the toluene

phase seemed to be quenched after the reaction which could

be due to aggregation of the 9.5 nm QDs. The concentration of

the QDs in the protein buffer phase could not be assessed

directly via absorption measurements because of blurring.

Instead, the concentration in toluene before and after the

reaction was determined and the difference was calculated

(for details see Supporting Information). As CdSe QDs are not

stable in all organic solvents the best compatibility had to be

found for both the organic phase and the buffer phase. After

solvent optimization (for details see Supporting Information)

toluene and 50� 10�3
M phosphate buffered saline (PBS)

buffer with 250� 10�3
M NaCl was found to be the best solvent

combination, hence yielding the highest PL for pyridine and

HDA capped QD-Hcp1 conjugates of the buffer phase after

phase separation (see Figure S1A in the Supporting Informa-

tion). Therefore, toluene and PBS bufferwere used as standard

phase transfer reaction solvents. As DMSO is fully miscible

with water and provides a better biocompatibility, DMSOwas

also tested as organic solvent for bioconjugation. After the

reaction, PL intensity was recorded for all conjugates in

DMSO/H2O and analyzed by TEM. The control samples

which did contain just buffer and QDs (no Hcp1) show a

decreased PL after mixing for 20 h and no PL after 3 days

incubation at 4 8C whereas the Hcp1-QD conjugates still

exhibit strong PL after several weeks (see Figure S1B in the

Supporting Information). This indicates an enhancement of

the QD emission through bioconjugation. As a result of the

bioconjugation between QDs and Hcp1, the QDs are shielded,

stabilized, and their PL is not quenched in aqueous solution.

Apart from the solvent, QD ligands also affect the observed

PL of the bioconjugates. The donut shaped Hcp1 binds the

QDs via ligand exchange by replacing or partly replacing the

former QD-ligand. Pyridine and HDA were compared in

order to find the best exchangeable ligand. After conjugation,

the PL signal of the 4.5 nm pyridine QD is about threefold

stronger than that of the HDA boundQDs (see Figure S2 in the

Supporting Information). Due to the weaker interaction of the

pyridine nitrogen with QDs, it exchanges more efficiently

compared to primary amines such as HDA and provides a

better surface accessibility for the interaction with the Hcp1

protein.[19,20] In single-sized exposure toHcp1, the 4.5 nmQDs

show the best PL in the buffer phase after the exchange

reaction. The PL of the Hcp1-4.5 nm QD conjugates is

threefold higher than for the 9.5 and 2.5 nm QDs at the same

concentration (Figure 3). According to the crystal structure of

Hcp1,[14] the inner cavity of the protein is about 4.0 nm.

Proving the assumption of the crystal structure assessment the

4.5 nm (�0.5 nm) QD fits tightly into the cavity (Figure 5).

Further analyzing the crystal structure of Hcp1 (Figure S3 in

the Supporting Information) reveals a cavity with dominating

negatively charged hydrophilic residues allowing thiol-Cd2þ

binding and preventing hydrophobic QD-Hcp1 interactions.

Hence, inside the cavity the QDs are stabilized by multiple

thiol surface interactions (six thiols per hexamer) increasing

the conjugation stability.[21] The surrounding protein shell

protects the QD from the water molecules and enhances their

PL intensity. Usually, the thiol-QD interaction leads to
Fig. 2. PL intensity in cps (counts per s) of different sized Hcp1-QD conjugates in
buffer and toluene after 20 h of stirring of the toluene/buffer phase.
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quenching[20] whereas in this case the complexing thiols and

the protection benefits of the protein shell prevails the thiol

quenching of the Hcp1-QDs conjugates in buffer. If Hcp1 is

exposed to three different sizes of QDs inmixture (2.5, 4.5, and

9.5 nm), decreased PL intensity at 530 and 610nm (corre-

sponds to 2.5 and 4.5 nm QDs) and increased PL at 671 nm

(9.5 nm QDs) is observed (Figure 4). The sum of the PL

intensity loss of the two smaller sized QDs conjugates is about

the same value as the PL intensity increase of the 9.5 nmQD in

mixture (Figure 4). The enhanced PL at 671 nm intensity is due

to the energy transfer (FRET) of the smaller to larger QDs. The

reason for the energy transfer is, on the one hand, the wide

excitable spectral range of QDs and, on the other hand, the

close spatial proximity of less than 10nm of the assembled

QD-protein conjugates.

The differently sized (2.5–9.5 nm) QDs are all bound by

Hcp1. Thus, the conjugates are not only formed by those QDs

that fit into the 4 nmwide cavity and interact with the thiols at

the inside. Hence, various binding motifs and structures

formed are accessible. According to the literature, different

motifs for protein-QD binding are reported[9] e.g., via

His-tag,[22–24] hydrophobic interactions, carboxy goups, or

thiol binding.[21,25] To further investigate the binding scheme

and the bioconjugate structures, a set of three further

experiments was conducted: (A) column purification of the

Hcp1-QD conjugates; (B) fluorescence- and TEM-imaging

of the formed structures, SDS-PAGE, (C) native gel electro-

phoresis and long term PL intensity was measured. (A) It was

tested whether the 4.5 and 9.5 nm QD-Hcp1 conjugates still

show their native binding behavior via His tag to the Ni-NTA

resin. Therefore, Hcp1 and QDs of different sizes alone and in

mixture were linked in DMSO/buffer. The Hcp1-9.5 QD

conjugates were separated from the non-conjugated QDs via a

standard Ni-NTA column as the usual protein purification

procedure (for details see Supporting Information). After

applying the samples to the columns, flow through, washing-,

and elution stepswere collected and analyzed via fluoroscope,

SDS-PAGE, and TEM. Flow through and washing steps did

Fig. 3. PL intensity of different sized Hcp1-QD conjugates in buffer after 20 h of
stirring of the toluene/buffer phase.

Fig. 5. TEMmicrographs of (A) Hcp1-CdSe 4.5 nmQD conjugates with the QD trapped inside of the yoctowell and (B) micrograph of Hcp1-9.5 nmQD conjugates: the 9.5 nmQDs
surrounded by Hcp1 donut forming a 30–40 nm multi-toroid shaped structure.

Fig. 4. PL intensity of the single Hcp1-QD conjugates of different sizes in buffer and the
QD-mix in toluene after 20 h of stirring of the toluene/buffer phase.
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not contain protein, nor showed any PL. The greatest PL

intensity correlated with the highest protein concentration in

the elution fractions for the Hcp1-9.5 nm QD conjugates (see

Figure S4 and S5 in the Supporting Information). This clearly

indicates the accessibility of the Hcp1 His-tags because Ni2þ

ions still coordinate with the six histidine residues during

the purification on the Ni2þ-NTA column. (B) Fluorescence

images of both Hcp1-4.5 QD and Hcp1-9.5 QD reveal a strong

CdSe-signal (see Figure S7 in the Supporting Information).

Both superseding structures look similar in fluorescence

images due to unspecific particle interaction. But if TEM

(Figure 5B) is applied a very different fine structure

depending on the QD size used is observed. The recorded

TEM micrographs clearly reveal very homogeneous spherical

cluster of 30–40 nm for the Hcp1-CdSe 9.5 nm conjugates

(Figure 5B). Hcp1 is very likely to bind the 9.5 nm QDs via the

c-terminal His-tag facing outwards forming a multi-ring

structure around the 9.5 nm QD (Figure 1B). The described

multi-ring like structures can be deduced from the strong

affinity of the six his tag to the QDs. The conjugation of

proteins to metal nanoparticles as Zn2þ, Ni2þ, Cu2þ but also

Cd2þ via the six histidine motive is a standard conjugation

approach of peptide-QD binding.[11,22,24] In this way, the QDs

are completely shielded but also prone for aggregation. In

contrast, the 2.5 and 4.5 nm QDs are incorporated in the

middle of the donut and thus covalently attached to the six

cysteine groups at the inside of the Hcp1 (Figure 5A and

Figure S8 in the Supporting Information). (C) The formed

hybrid structures are stable in aqueous solution for more than

three months with a minor loss in PL intensity (see Figure S6

in the Supporting Information) This long-term stability

highlights the steady interaction and protection of the QDs

by Hcp1 rings. Not only the PL intensity of the QD is affected

by the conjugation but also the Hcp1 hexamer is stabilized

through the 2.5–9.5 nm QD binding. In Figure 6, monomers,

dimers, up to hexamers can be found even after boiling the

Hcp1-QD hybrid structures for 5min in 2% SDS usually

completely disintegrating quaternary protein interactions,

which indicates a strong 4.5 nm QD-Hcp1 binding due to

thiol-QD interactions. Nevertheless, if stirred for more than

1h also unspecific binding via the His-tag, hydrophobic

interactions or carboxy groups of Hcp1 might occur. Without

applying denaturing conditions (boiling and SDS), the

conjugates do not enter a native polyacrylamide gel

(PAG)[26] (data not shown), which indicates that larger

constructs of QDs and Hcp1 are broken down through

boiling by preventing unspecific protein and Hcp1-QD

interactions. To inhibit aggregation of the formed conjugates,

milder reaction conditions for the phase transfer were applied

by shaking the two solvent phases at 1400 rpm for 2 h at 20 8C
(instead of stirring for 20 h). Even though the recorded PL

intensity of the bioconjugates is less (about five times less

compared to the previous method), the buffer phase stays

transparent and no evidence for macroscopic aggregation is

observed. To proof specific thiol binding of the QDs under

milder conditions the thiols inside the cavity of Hcp1 were

blocked to suppress the QD-thiol interaction. Therefore, Hcp1

was reacted with maleimide via thio-Michael addition prior

the QD-conjugation (see Supporting Information for experi-

mental details). According to the results from trypsin digests

and the Supporting Information at least 50% of the thiols are

reacted with maleimide and thus blocked from QD binding.

For 3.5 and 4.5 nmQDs a threefold decrease in PL intensity can

be found for maleimide modified Hcp1conjugates (54C is

partially blocked) compared to the unmodified proteins

(Figure 7). This demonstrates the maleimide-induced inhibi-

tion of QD-thiol binding of the 3.5 and 4.5 nm QDs inside the

protein cavity in the early reaction phase. As the transfer

progresses the PL intensity difference of the modified and

unmodified protein diminishes indicating successively bind-

ing via the His-tag or other interactions very likely associated

with the formation of less specific aggregates. Only for the

Fig. 6. SDS-PAGE of protein ladder (A) Hcp1-4.5 nm QD conjugates (B) and Hcp1
native (C). In lane (B) monomers (18.4 kDa), dimers (36.9 kDa) up to hexamers
(110.7 kDa) of Hcp1-4.5 nm QD can be detected.

Fig. 7. PL intensity of Hcp1-QD in buffer with and without 54C-maleimide modifi-
cation after shaking for 2 h at 1400 rpm shows a decreased PL for Hcp1-maleimide
modifications for 3.5 and 4.5 nm QDs but not for the 9.5 nm QD-conjugates.
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maleimide modified Hcp1, the 3.5 nm QD conjugates (see

Figure S9 in the Supporting Information) a dominant

differential PL intensity can be monitored. This suggests that

the small sized 3.5 nm QDs precisely fit into the cavity and

tend to bind less at the outside of Hcp1. In contrast, the 4.5 nm

QDs, even though bound mainly inside the protein cavity

(4 nm width—static crystal structure geometry) slightly

surmount the cavity and thus, are still accessible for further

protein interactions. For the 9.5 nm QD-Hcp1 conjugates, no

reduced PL intensity for the maleimide modified proteins can

bemonitored (Figure 7). Therefore, it is evident that binding of

the 9.5 nm QDs does not occur inside the cavity but at the

outside of the hexameric ring as shown earlier (Figure 5B). To

further characterize the Hcp1-QD conjugates and notably the

conformation of Hcp1, CD, and tryptophan fluorescence

spectroscopy was applied. CD-spectroscopy was adopted to

assess the secondary structure of the Hcp1-QD conjugates.

The recorded signals (Figure S10A in the Supporting

Information) of the 3.5, 4.5, and 9.5 nm Hcp1 conjugates

demonstrate an unchanged secondary structure after binding

in the early reaction stage (2 h shaking) compared to native

plain Hcp1 (no QD bound) in previous measurements.[27] The

unchanged CD-signal is in congruence with the findings of

Behrens et al. for the attachment of Pd-particles to the pore

protein Sp1.[28] The investigation of the quaternary structure

after QD binding, via intrinsic tryptophan fluorescence (see

Figure S10B in the Supporting Information) and SDS-PAG

(Figure 6), proofed the maintained native hexameric form of

Hcp1 upon QD conjugation. It can be summarized that Hcp1

maintains its native secondary and quaternary structure after

QD binding. The 4.5 and 3.5 nm QDs-Hcp1 conjugation in the

early reaction stage occurs via multiple thiol-QD-surface

interaction at the inside of the protein yoctowell, whereas the

9.5 nm QDs binds via the His-tag at the outside of the protein.

By changing the QD size, different structured bioconju-

gates are available. To expand the diversity of complex

bio-nanoarchitectures, a new building block was introduced.

Therefore, one cysteine was inserted at the lower rim (N159C)

and one at the upper rim (G91C) of Hcp1Q54C to get the triple

cysteine mutant Hcp1Q54C-G91C-N159C (Hcp1cys3) (see

Figure 1C and for experimental details Supporting Informa-

tion).

As reported in the literature, protein bio-nanoarchitectures

have been used to control specific self-assembly processes for

various applications from conducting nanowires to the

constrained synthesis and organization of catalytically active

metal nanoparticles.[28–30] Investigating the structure forming

potential of the newHcp1mutant (Hcp1Cys3), 9.5 nmQDs (in

DMSO) are added in presence of a reductive agent to a diluted

Hcp1cys3 buffer solution. Fluorescence imaging reveals

similar superseding structures as for Hcp1Q54C-QD con-

jugates due to unspecific particle interaction (Figure S7 in the

Supporting Information). But the fine structures observed by

TEM (Figure 8) for the Hcp1Cys3-9.5 nm QD conjugates are

very different. The strong cysteine-QD linkage leads to the

self-assembly of photonic wires. Those wires cannot be

detected for the Hcp1cys3 mutant with 4.5 and 3.5 nm QD

conjugates nor for Hcp1cys3 alone under same reductive

conditions. To generalize this approach also CdTe 8.5 nm

QDs with Hcp1cys3 self-assembled into wired structures

(Figure S11 in the Supporting Information).

3. Conclusions

In the work presented here, we show, to the best of our

knowledge, for the first time the size dependent conjugation of

differently sized CdSeQDswith defined protein architectures,

in our case the donut-shaped protein (Hcp1). The CdSe QDs

encapsulated by Hcp1 protein yoctowells are highly stable

resulting in PL conservation for more than 3 month. Solvent

type, QD size and ligand chemistry strongly influence the

bio-conjugation, the resulting molecular assemblies and the

PL intensity of the hybrid nanoarchitectures. After adjusting

the reaction conditions (shaking with PBS buffer/toluene or

DMSO and pyridine as QD ligand), major general require-

ments for bioconjugation are fulfilled. The PL intensity of the

conjugated QD is conserved as well as the native structure of

the bound Hcp1 protein hexamers. Furthermore, 2.5, 3.5, and

4.5 nm QDs form molecularly defined conjugates given that

only one hexamer is linked to each QD.

Thus, defined nanostructures could be assembled from

single QDs trapped inside the yoctowell overmulti-toroid-like

architectures to photonic wires with up to 850 nm in length

and 9 nm in width. Future research will include Hcp1Q54C

functionalization with epitopes used for specific stoichio-

metric (one QD—one protein hexamer composed of six

ligands) labeling and targeting of cell compartments in vivo.

As Hcp1 is related to the infection mechanism of cystic

fibrosis,[14] it potentially has a positive effect on the uptake of

QDs across the cell membrane. Further applications include

the utilization of such photonic nanosystems, selectively

modified via bisfunctional linkers, for the assembly of defined

Fig. 8. TEM micrographs: Hcp1cys3 conjugated via 9.5 QDs forming tubes of about
9 nm widths and up to 850 nm length, negatively stained with uranyl formate
(black dots).
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bio-based photo-energy converting architectures mimicking

biological systems.
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